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ABSTRACT

This thesis work was carried oat CNR (Council of Natioral Research) of Bologna. CNRSOF

(Institute of Organic Synthesis antid®oreactivty) in the group of Dr. Vincenzo Palermo.

The aim of this thesis was fmerform a comparative and qudative study on the interaction of

three different PDI(perylene diimide)dyes with graphendG) sheets in solutionusing a

phenomena called fidyeds capturingo.

The only difference between tHeDI dyes tested was the terminal atom in the side groups. In

paticular, we used a perylene core with side efitynyl group exposing in the para position a
hydrogen (PDIH), fluorine (PDI-F), or chlorine atom (PBCI).

Although the relative simplicity of the process and the measurement itself, the preparation of a

reliable experimental setup is not trivial and several issues had to be taken into account.

The main challenges to be overcame were related to the effective stability and reliability of the

chemical systems, such as dyes, solution and graphite durinditieeegposure time.

For this reasons the work addressed the following issues:

l

Studying the interaction of small organic molecules and graphite flakes, using commercial
products.

Finding the best conditions for the dye capturing process (concentratidhzatiain of the
solution, solvent etc.).

Understanthg of t h e NRdyeds capt ur i #/Ipoandpflucescenoe n a
techniques.

Stabilizing a relationship between théemical structure of PBEX (with side chains
symmetrically terminated with a differeatom) and the interaction with graphite, tag

into account adsorption speed, packing, etc

After testing the samples, theported results were used eterminate the best suitable
molecuk for the dye capturing proceasd optimize a hypothetical dastrial process by
calculating the surface area for each molecule.

Morphology and structural characterizationgh different technique like: Atomic force
microscopy (AFM) Scanning electron microscopySKEM), Energydispersive Xray
spectroscopy (EDS/EDX) X-ray diffraction (XRD), fluorescence microscopy,

Thermogravimetric analysis and differential scanning calorim@@A(DSC), Infrared (R)
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Chapter | - INTRODUCTION

1.0 Carbon materials retrospective

Carbon is one of the most important elements in oey;, &nd it is the fourth most abundant
chemical element in nature. Not only constitutes one of the basic elements for life (an average
representation of carbon in the mass of living matter is 19.4%)also widely used in industry for
materials manufaating. The fundamental feature of carbon is its unique capability for combining
with other elements. For example, thecatled hydrocarbonare formed by the grouping of carbon

and hydrogen atoms either in chains or in rings. The addition of methyllsaditteogen, oxygen

and other new elements provides more complex molecules (acids, alcohols, etc.), whose periodical
attachment leads to polymeric structures.

In order to understand why carbon achieves such an elevated coordination degree, we mtst study |
electronic structure. Carbon occupies tifep6sition within theperiodic table, which provides an
electron configuration at ground state If 25° 2p°. figure 1 shows a scheme of the electron

distribution in atomic orbitals, where the arrows indi¢ghgespin polarizatiofi]
ls 2s
Figure 1: Electron distribution in the carbon orbitals for a carbon atom with valence number 2. The subindex X,

y and z indicate the orientation of p orbitals with respect to the corresponding axighis differentiation is not
required in s orbitals, since they are spherical.

Electronic orbitals of the carbon atom contain only two unpaired electrons, behaving thus as
bivalent element. In order to justify the tetravalence of carbon, one of the twimmeseltom the2s

orbital must occupy an emp8p orbital. As a result of the previous redistribution, carbon has four
dangling bonds and all the electrons in the outer layer are unpaired. Then, the linear combination of
s andp atomic orbitals generatelse secalled hybrid orbitals. Hybridization comprises three cases:
Thes orbital together with onp gives rise to twesporbitals, when twg orbitals are added ®we

obtain threesf, and finally, the hybridization of all the orbitals from the secayei provides four

sp’. Figure 2 shows the possible geometric configuration in the carbon atom depending of the type
of hybridization. Diametrically opposed orientation takes place in the casg avbitals. In this
configuration, botrsp orbitals make sbng frontal bonds to an adjacent atom, whereas there are

two weak lateral bonds with neighboring orbitals.



On the other hand, trigonal planar configuration is typicapf which form( bonds. The pure
orbital forms & bond. Finally,sp’ lobesare oriented towards the vertexes oégular tetrahedron
In this case, all the four orbitals are hybridized and fodponds

| .

. Q.
- o D - (\?/"

(b) sp” orbitals

(a) sp orbitals

1200

side view top view

(c) sp® orbitals

Figure 2: Spatial arrangement of orbitals in the carbon atom in the case of (a) sp, (b) sp2 and §p)3
hybridizations. *

Carbon presents allotropy, i.e. three main different phases have been found in solid state; graphite
diamond, and amorphous carbon. They are constituted by carbon atoms borsfdspyand
combinations of both hybridizations, respectively. There exists another configuration of carbon: the
polymerlike form. It is found when carbon is diluted with lmgden, and it presents low hardness,

high transparency, and electrically it behaves as an insulator. The spatial distribution of polymeric
carbon comprises a rich variety of shapes and lengths, which gives rise to compounds with different
chain types. Thewre divided into aliphatic (lineal, branched, or alicyclic) and aromatic (benzene,

etc.) Below, we find summarized some of the most important carbon allotropes.

1.1 Graphite

Graphite shows a stable trigonally bonded crystal structure (figure 3). Catbors become
bonded by @G bonds dder liiot alhsr,e ea dsduipreg pdsedbasp
interaction of pure p orbitals. This material is soft, optically opaque, chemically active, and is a
good electric conductor. The atoms are organiregarallel and singlatom planes, which are

called graphene layers and are the center of this thesis. Carbon atoms from adjacent planes are

bonded by weak dispersion van der Waals forces, which allow two layers of graphene to slip one on
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each other andonfers softness and special lubricating properties to graphite. giania bond
length is 0.142 nm, whereas the inpdgine distance is 0.335 nm. Graphite crystallizes in hexagonal
closepacked (h.c.p.) network, and its most important applications acd pps, electrodes, and
solid lubricantd1]

1.2 Diamond

Diamond structure results from the metastable tetragomainding of carbon atoms, and is only
stable at high pressure and high temperature. It is considered to be a material with various extreme
physical properties. First of all, it exhibits the highest elasticity module known to date. In fact,
diamond estaldhes the ultimate hardness limit basically due to the superior strength of its chemical
bonds. Completesp® hybridization occurs and, therefore, all atoms become bormiedtrong

frontal & bonds. The & bond 6p°) is 0.154 nm long, a bit longer and weaiean that in graphite

(sp’), and its crystallographic structure consists of two superimposeetdatered cubic (f.c.c.)
lattices shifted by onquarter of the cube diagonal (figure 1.3). Such bonds confer the extreme
hardness of diamond, and the high&®m density among all solids. Diamond is mostly employed

in cutting tools (edges), abrasive coatings (dust), and jewelry. A prominent use of diamond in
electronic applications has taken place due to the interesting properties when the material is
chemially doped, especially in superconductivity applicatififjs Diamond conventional
preparation requires higbressure and high temperature processes (HPHT). Thin films of single
crystal diamonds in thin film form are usually prepared by CVD methodyhtd@position rates.
Furthermore, there is also a hexagonal diamond called Lonsdaleite (named in honor of Kathleen
Lonsdale). In nature, it forms when meteorites containing graphite strike the Earth. The great heat
and stress of the impact transforms thapdite into diamond, but retains graphite's hexagonal
crystal lattice. It is theoretically harder (58% more) than conventional diamond but it is not

demonstrated in practice, where impurities and lattice defects play a fundamerj@l role.

1.3Diamond-like carbon (DLC) and amorphous carbon

Besides diamond and graphite, carbon can form an amorphous phase. Amorphous €ajlien (a
obtained under controlled deposition of the amount of diamond, graphite, and polymeric$hases

Its close relationspiwith DLC is currently defined by the IUPAC as:

1 Diamondlike carbon (DLC) films are hard, amorphous films with a significant fraction of

sp*-hybridized carbon atoms and which can contain a significant amount of hydrogen.
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Depending on the deposition catahs, these hard films can be fully amorphous or contain
diamond crystallite§5]

1 Amorphous carbon is a carbon material without oagge crystalline order. Short range
order exists, but with deviations of the interatomic distances and/or intenigoadgles

with respect to the graphite lattice as well as to the diamond Iggjice

The DLC matrix does not contain only one determined hybridization, but contains all three in
different proportions. Preparation ofGa containing largesp’/spf ratio is desirable to obtain
Andi amorkeed properties. Iln this way, pl asma de
Enhanced Chemical Vapor Deposition (PECVD) incregibonding, although the latter technique
provides Hrich samples. High plasma detysPECVD reactors are necessary to maximspe
bonding and simultaneously diminish hydrogen content. Whenrsphéraction reaches a high
degree (888%), aC is denoted as tetrahedralCa(taC) because tetrahedral bonding due to this
hybridization is pedominan{.7/] We can imagine the microstructure as a system of covalently
bonded carbon atoms organized in a 3D network, containing a random distribusighaafi sp’

bonds (figure 1.3). Polymeric carbon can also host a great fractiep® ®fonds, althagh the
majority of them come from €1 groups and therefore the material is soft. This ensures a rich

variety of aC microstructures and properties

1.4 Fullerenes and nanotubes

Although there already were a very wktown variety of carbon based maddsi (graphite,
diamond, and &), a more exotic forms of carbon were about to appear. Buckminster fullerenes
were introduced in 1980s as an additional form of carbon. They were formulateg, eandC
consisted on spherical lattices formed bysp@bondedcarbons (figure 1.3). Extensive research on
fullerenes has been undertaken for medical applications using fullerenes as substitutive ligands or in
biosensor devices. In the early 1990s, even a subset of fullerene science appgateg Gs, and

Cgq are other common members of the fullerene family. They are present in soot and produced in
nature by lightning discharges in the atmosphere. Even a giant icosahedral molggakn®e

seen within interstellar gas clouds. However, the expectations of thesar bon bal | s0
decreasefl Right after, in 991, ljima reported the preparation of new cylindrical structures called
carbon nanotubes. They were called multiwalled nanotubes (MWCNT), since they consisted on
multiple graphene layers that formed a cylinder surface (figure[9].Further refinements
permitted the deposition of singkeall nanotubes (SWCNT), whose chirality determines their

electric properties. Both fullerenes and nanotubes were initially grown by arc discharge and laser
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ablation techniques, and recently they have been produced byr@tidd. Most carbon nanotubes
applications include field emission devices, fuel cells, cold cathodes, and ultsat@ggth
structural materials. Few people in the world had any idea that another, and probably the definitive

Afsono of t he tocgatintothestageas about

Figure 3:The structures of eight allotropes of carbon: (a) Diamond, (b) Graphite, (c) Lonsdaleite, (d) C60
(Buckminsterfullerene), (e) GgoFullerene, (f) C70 Fullerene, (g) Amorphous carbon, and (h) Sihgrwalled
carbon nanotube[10]

1.5 Graphene and 2D materials

The discovery and research of carbon materials has considerably contributed to the advancement of
modern day science and technology. After the discovery of fullerene and single vealbed c
nanotube (CNT), which are zedimensional and ondimensional carbon nanomaterials
respectively, the researchers have tried to isolate 2D graphitic material or to make ribinamn®

from 2D crystals.

Progress in graphene research had a spilloifecteby way of leading to an interest in other 2D
materials like for example metal nitrides and carbides. 2D nanostructures are one of the greatest

12



widely studied materials because of the unique physical singularities that happen when heat
transport and ltarge is confirmed to a plane. Due to the unique properties, 2D nanostructures are
anticipated to have an important influence on a huge diversity of applications, extending from high
performance sensors, electronics to gas separation or storage, catayisipatings and support
membranes, etc. Right now, the 2D materials family includes not just carbon material but also
transition metal dichalcogenides (TMDs), and layered metal oxides. One of the most promising
applications of 2D materials is in elemtic devices[11] With respect to the electrical properties,

one can fabricate a new generatim superconductors metallic materials, semimetals,
semiconductors, insulators from the 2D materials. Despite the similarity in the chemical formula,
MX,, where typically M is transition metal of group$10 (typcally Mo, Nb, W, Ni, V, or
Re)[12,13] and X is a chiaogen (typically Se, Te, or S)[14,18)hile the bonding of the tlayers

are covalent, neighboring sheets are bondedvaia der Waals interactions to grow 3D crystals.
There are currently 40 different types of combination of TMDs with different chalcogen atoms.
Based on the cordination and oxidation state of the metal atoms, TMDs ranging from insulators
such as Hfg senmconductors such as Mg@Ssemimetal such as TiSdo true metals such asNbSe
which can even exhibit superconductivity at low temperdtlBel7] Table 1 lists all the current
members in the 2D layered materials fanill§] However, stability $ a critical issue. The blue
shaded materials are constant under ambient environments (room temperature in air) for
monolayers. Perhaps green shaded materials are stable in air, but those may be stemaohednly
atmosphere are shaded pink. Gray sh@diteans monolayer has been exfoliated, but no further
information has yet been provided other than atomic force microscope (AFM). Furthermore, this
layered 2D materials exhibits a combination of excellent electf@@jc mechanicg[20]
optical[21] and thermal propertig22] which may substitute silicon in electronics, photonics, and

nano electromechanical system.
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Graphene family

2D chalcogenides

Hydroxides: Ni{OH),, Eu(OH), and so on

Perovskite-type: LaNb, O,
(Ca,Sr);Nb; 0y, BiyTi, O,

2D oxides
Ca;Ta;Ti(y; and so on ‘

Tioh M‘Ilﬂ;,
V3105, TaOy,
Ru0; and s0 on

others

Table 1:2D materials family[16]

There are many layered materials with stronglane clemical bonds and weak coupling between
layers. These layered structures provide the opportunity to be cleaved into individual freestanding
atomic layers. When the thickness of layered material is reduced to single or only few layers, some
extraordinary vaations occur in their electronic properties. Due to their symmetry, and high
porosity, nanofilms coated with thin layers of inorganic graphene like materials have potential
applications from ultralight anrtorrosive materials to electron field emittg3,24]

1.5.1: Classification of materials based on dimension

Nanostructured materials (NSMs) are defined as solid materials characterized by at least one
dimension in the nanometer range. A crystalline material having at least one dimensiontbaralle

100 nm is said to be a nanomaterials.

1.5.2 Zero dimensional (0D)

The density of states of quanttoonfined nanocrystals has characteristic shapes for different
dimension nanomaterials and the differences are due to the degree of confinemeelectribres.

For OD NSMs, the excited electrons are completely confined in all the three dimensions and they
behave analogous to atomic/molecular clusters with discreet states that are well separated in energy.
Different types of OD NSMs images are showtigure 4. Furthermore, OD quantum dots has been
widely considered in solar celg85] light emitting diodes (LEDg[R6] laserg27] and single

electron transistorfi@8]
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Figure 4: Electron microscope image ofrarious 0D NSMs synthesized by several research groups. (a) Quantum
dots,[25] (b) nanoparticles binary arrays, [26] (c) hollow corei shell nanoparticles [27] (d) hollow sphere [28]
and (e) hollow MoS2 nanospheref29] Reprinted by permission of ACS Publishers

1.5.3 One dimensional (1D)

1D nanomaterial has nasgale sizes along two dimensions and having a rod or-likge
appearance. In such nanomaterials, quantum confinement and surface area related nanoscale effect:
are morepronounced compared to 2D nanomaterials, while at the same time they can be integrated
and/or connected into device architectures due to singlelikalklimension that is absent in 0D
nanomaterials. In the previous decade, interest in 1D materials hareased because of their
importance in an extensive range of potential applications such as optoelectronic, and electronic in
nanoscale dimensions. Due the differences in quantum mechanical parameter of electron and
phonon transpdi29], it has beenheoretically shown that nanowires of certain alloys can be made

to have good electronic conduction with decreased thermal condy8dshowing good potential

for high performance thermoelectric materi@$] In figure 5 has been shown sommaiges of

various 1D NSMs.

15



Figure 5: Electron microscopé iage of various 1D NSMs. (a) Nanowi.rZﬁEQ], (b) nnorods{SOj, (c)
nanotubeg31], (d) nanobelt$32], () nanoribbong33], and (f) hierarchrial nanostructures[34]. Reprinted by
permission of ACS Publisher

1.5.4Threedimensional (3D)

3D nanostructures have concerned significant attention in the recent years due to high surface area
and physicochemical properties when compared to their bulk @iatetue to quantum size
effects[30,33] It is longfamiliar that the performances of these materials, mainly depend on the
shape, size, morphologies, and dimensionality, which are considered to be an important role in their
guality execution anapplications. Additionally, these weadkdered and innovative 3D NSMs are

used in many different applications such as electrode materials for batteries, catalysis, and magnetic
material[31] Then again, 3D NSMs are highly porous materials with 3Ddcentend to a superior

conveyance of the molecules for the catalytic application.

1.5.5 Two dimension (2D)

There are many layered materials with stronglane chemical bonds and weak coupling between

the layers. These layered structures provide the roppty to be cleaved into individual
freestanding atomic layers. These layers with one dimension strictly restricted to a single layer are
called twoedimensional (2D) materialD inorganic materials have received great interest recently,
because of theiparticular physical properties due to the quantum size effect, which is related to
their nanosized thickness. In addition, at a particular point both the valence band and conduction
band touch each other in 2D materj@s] offering only certain elgtronic state near the Fermi level

thus these materials called zero gap semiconductor or semimetal. The band structure of 2D NSMs is

highly sensitive to any change because of their brittleness in single point contact such as mechanical
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deformations, exteml electric fields, doping and adsorbentghich is necessary for sensor
applications. This is similarly discussed an ambipolar part onto 2D NSMs, i.e. charge carrier
contains either electrons or holes depending on dopant miB&jiaHowever, dopingis not
continually necessary to alter the charge carrier, local electric fields can also modify the charge
carrier sign. This peculiar property of 2D material plays an important role in creatingmtion
transistors with high mobility and this is thiease of existingcomplementary metal oxide
semiconductor( CMOS) technol ogy. The 2D material 6s
interesting.

The zero band gap of these materials allows the large range of light absorption in the possible
electromagnét spectrum, extending from the infrared (IR) to the ultraviolet ([BV] This opens

up a huge number of options of electronic transition resulting in high performance optoelectronic
devices and other basic essential studies related to optics aodiph@8] Simultaneously, a few

layers of 2D material present absorbance of less than 10% and in single layered material, it is 2.3%,
which may be due to their thickness and transpar@8jyThis extraordinary opaque property
joined together wh their excellent conductivity makes them highly applicable as transparent
electrodes in many electronic devices, including solar cell and liquid crystal devices. 2D materials
are extremely very strong as graphene ever tested. It gives an extraordaakind strength,
compare to steel it is 200 times higher and also these materials are unpredictably flexible.

This makes the 2D material a desirable addition to lightweight polymer, and the enforcer of their

mechanical properties.

1.6 Synthesis of grapkne

1.6.1 Exfoliation

Recently, much attention has turned to the structural and electronic properties of carbonbased
materials. At present, especially, graphene is the hottest topics in condeatsed physics and
materials science. This is becauseppene has not only unusual properties regarding extreme
mechanical strength, thermal conductivity andi@mensional films, but also peculiar electronic
characteristics such as Dirparticles with a linear dispersion, transport energy gap and simply
absoption coefficient of lights. It is obvious that these excellent properties are relevant at the
nanoscale and the manufacture of the conducting nanocomposites is highly dependent on the
exfoliation of the graphite down to single graphene sheet in the esmtitowever, the challenge

remained to achieve complete and homogeneous dispersion of individual graphene sheets in various
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solventg4(] Like CNT and other nanomaterials, the key challenge in synthegipranessing of
bulk-quantity graphene sheets is aggregation. Graphene, -atam¢hick planar sheet of $p

bonded carbon atoms densely packed in a honeycomb crystal lattice has very large specific surface
area. Unless well separated from each other,hgrag tends to form irreversible agglomerates or
even restack to form graphite through Van der Waals interactions. The prevention of aggregation is
essential for graphene sheets because most of their unique properties are only associated with
individual shets[40]

There are different synt hesi s met hods l ead
graphene produced. Ones may be close to fper
expensi ve. Ot her s may mendughhloemake lit actl andl paery if te the 0 |
industry. Among them, Chemical Vapor Deposition (CVD) process (e.g. on copper, nickel,

rutheniumé) seems to meet both requirements i
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Figure6: Plot of the main graphene synthesis methods regarding quality and c¥sixis) and scalability X-axis)
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1.6.2Mechanical exfoliation

Also mentioned as micromechanical cleavage, mechanical exfoliation was the first technique used
to isolate one monolayeof graphite in 2004. It is possible due to the weak bonds between the
atomic planes of graphite. Théan Der Waals interactions between planes are of the order of 2
eV/nnt. Then, the required normal force to cleave off a £ graphite sheet from the tay the
crystallite is about 300 nN, considering 1 pm as path and assuming as unity the geajiistrete

friction coefficient (adhesion is an important friction mechanism at low normal I§HdBEhe force
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can be exerted using an adapted AFM tipmoore simply, by the resistance to the release of a
conventional scotch tape. The last method was the one used to obtain the first isolated graphene
sheets based on repeating peeling of highly oriented pyrolytic graphite (HOR$S)seen in figure

7. This process statistically results in some graphene monolayer flakes (among bi, tri dagkfew
graphene) which can be transferred to different substrates, usually silicon/silicon dioxide for

subsequent characterization purposes.

Figure 7: Step by step of a mechanical exfoliation process: (a) adhesive tape is pressed against a HOPG surface
so that the top few layers are attached to the tape (b),(c)the tape with crystals of layered material is pressed
against a surface of choiceand (d) upon peeling off, the bottom layers is left on the substrate

Nowdays graphene obtained by mechanical exfoliation is the one which presents the best electronic
properties and less crystalline defects, but the difficulties for scaling ygrabess and to make it
compatible with the existent technologies have triggered the investigations to other fabrication
techniques. Another drawback of this method is the size of the flakes. In the best of cases, one can
obtain flakes of 20x20 pufmwhichcan be enough for several fields of research but not suitable for
industrial purposes. This method is also useful to obtain monolayers of and3:iBN(hexagonal

boron nitride)[1]

1.6.3 Chemical exfoliation:

Another possibility is to obtain grapheneawet chemical routes like chemical exfoliation, which
consists in the intercalation of a reactant among the graphene sheets (of graphite) that softens the
van der Waals interactions. This is achieved immersing graphite in an acid solution (sulfuric and/or
nitric acid). The soften interlayer interactions will be broken then, by means of two steps: first, a
thermal process (solvothermal), and finally ulnication to disperse them. The result consists in
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graphene oxide sheets suspended in a colloidali@o)which are deposited on a substrate (figure

8). For the final objective of obtaining pure graphene flakes, the oxide has to be removed in a
reducing atmosphere using alkaline solutions, or applying hydrogen plasma, or hydrazine vapours,
figure 8, or through heat treatments. Graphene flakes partially oxidized are obtained because,

unfortunately, the reduction resses are not very efficigail]

m Expansion Solvothermal

(a)
.

Sonication
— SRS

:’.4..'?

(d)

Figure 8: Solvothermal-assisted exfoliation and dispersion of graphene séis: (a) pristine expandable graphite,
(b) expanded graphite, (c) insertion of acid into the interlayers of the expanded graphite, (d) exfoliated graphene
sheets dispersed, and (e) optical images of four samplesahbtunder different conditions[42]

Another drawback is that in the chemical exfoliation process, ghdike graphene bounds are
partially degraded to P’ structures. Nonetheless, the process involving chemical exfoliation
permits an accurate control of the size of the graphene sheets. For example, the longer the
sonication process, the smaller thegirene sheets because fragmentation progressively occurs,
being possible to obtain solutions with graphene flakes smaller than 10 nm. The graphene size range
can be completed with the molecular approach, where the production of polycyclic aromatic
molecules (hexabenzocoronene, HBC) reaches the size comparable to the smaller graphene sheets
obtained by other approaches, while offering a continuous path to mesoscopic and even
macroscopic dimensiorf42] The main advantage of the chemical exfoliationhis high output,

which makes it economically competitive and also convenient to manipulate; but due to the
chemical steps, the purity and quality is not of a {pghformance graphene. Chemical exfoliation

is a very popular method used for the productiomkd, powder coatings, composite materials, and

biological applications
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1.6.4Epitaxial growth

Producing graphite through ultrahigh vacuum (UHV) annealing of SiC surface has been an
attractive approach especially for semiconductor industry beteiggoducts are obtained on SiC
substrates and requires no transfer before processing devices. When SiC substrate is heated unde
UHYV, silicon atoms sublimate from the substrate. The removal of Si leaves surface carbon atoms to
rearrange into graphene &g. The thickness of graphene layers depends on the annealing time and
temperatur e. T h e-l a yoerrma ¢ (Fa@) hygnoblyom@quifes vew minutes
annealing of the SiC surface at temperature around 1200 °C. More recently, vapor phasaganneali
has been used to produce FLG on SiC. At the expense of a higher temperature (typically 400 °C
above UHV temperature), this method leads to the formation of FLG on SiC with an improved
thickness homogeneif¢3] The similar approach was applieddther metallic substrates to grow
graphene layers. The (0001) faces of ruthenium (Ru) crystals were used under UHV to produce
epitaxial graphene layers where a very sparse graphene nucleation at high temperatures allowed a
linear dimensions growth of maawopic singlecrystalline domains. It was found that the first
graphene layer coupled strongly to the Ru substrate, while the second layer was free of the substrate
interaction and had the similar electronic structure to$taading graphene. Other metabstrates
including Ir, Ni, Co, and Pt have been employed to produce graphene.[djets figure 9 is
shown the epitaxial growthoés scheme:
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Figure 9: lllustration of an epitaxial growth on a SiC substrate. After the siblimation of silicon, carbon remains
on the surface where it would became graphene subsequerd]

Epitaxial growth is promising because it is easily deployable to the semiconductor industry,
transistors, and other electronic devices. On the other hla@dyuality of graphene under lew
temperature processes still have to be improved in comparison to other technologies like
mechanical exfoliation ochemical vapor depositioprocesses on transition metals. However, the

final extension of graphene is origited by the substrate (SiC wafer) area.

1.6.5 Chemical Vapor Deposition (CVD)

In a CVD process, the graphene growth on a surface is due to thermal decomposition of molecules
of a hydrocarbon gas (methane, acetylene, propane...) catalyzed by a nfetal@ubecause of the
segregation/precipitation of carbon atoms from the bulk n5dlPresently, transition metals are
widely used as catalysts in production process of other carbon allotropes like nanotubes. Therefore,
it is not surprising thathe transition metals (Ru, Ir, Co, Cu, Ni, Re, Pt, Pd) are the main focus of
research for the production of graphene. Transition metals are particularly appealing for obtaining
large-area high quality graphene and for developing a process ready to bateddg the existent
semiconductor industry.

CVD is a synthesis process in which the chemical constituents react in the vapor phase near or on a
heated substrate to form a solid deposit. The number of chemical reactions used in CVD is

considerable and ihade thermal decomposition (pyrolysisgduction, hydrolysis,
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disproportionation, oxidation, carburization, and nitridation. They can be used either singly or in
combination.

The growth mechanism of graphene on substrates with mdugitearbon solubily (> 0.1 atomic

%) such as Co and Ni is through the diffusion of the carbon into the metal thin film at the growth
temperature and the subsequent precipitation of carbon out of the bulk metal to metal surface upon
the cooling[45] A typical CVD praess (i.e. using Ni as a substrate) involves dissolving carbon into
the nickel substrate followed by a precipitation of carbon on the substrate by cooling the nickel. The
Ni substrate is placed in a CVD chamber at a vacuum dfTber and temperature belo1000 °C

with a diluted hydrocarbon gas. The deposition process starts with the incorporation of a limited
guantity of carbon atoms into the Ni substrate at relatively low temperature, similar to the
carburization process.

The subsequent rapid quenchinfytbe substrate caused the incorporated carbon atoms to out
diffuse onto the surface of the Ni substrate and form graphene layers. Therefore, the thickness and
crystalline ordering of the precipitated carbon (graphene layers) is controlled by the caialiagd

the concentration.

In a CVD process, the graphene growth on a surface is due to thermal decomposition of molecules
of a hydrocarbon gas (methane, acetylene, propane...) catalyzed by a metal surface or because of the
segregation/precipitation of dayn atoms from the bulk mef@5] Presently, transition metals are
widely used as catalysts in production process of other carbon allotropes like nanotubes. Therefore,
it is not surprising that the transition metals (Ru, Ir, Co, Cu, Ni, Re, Pt,rBedh@ main focus of
research for the production of graphene. Transition metals are particularly appealing for obtaining
large-area high quality graphene and for developing a process ready to be integrated to the existent
semiconductor industry.

CVD is a ynthesis process in which the chemical constituents react in the vapor phase near or on a
heated substrate to form a solid deposit. The number of chemical reactions used in CVD is
considerable and include thermal decomposition (pyrolysis), reduction, lysidro
disproportionation, oxidation, carburization, and nitridation. They can be used either singly or in
combination.

The growth mechanism of graphene on substrates with mdugdtearbon solubility (3.1 atomic

%) such as Co and Ni is through thefulion of the carbon into the metal thin film at the growth
temperature and the subsequent precipitation of carbon out of the bulk metal to metal surface upon
the cooling[45] A typical CVD process (i.e. using Ni as a substrate) involves dissolvibgrcanto

the nickel substrate followed by a precipitation of carbon on the substrate by cooling the nickel. The

Ni substrate is placed in a CVD chamber at a vacuum dffbér and temperature below 1000 °C
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with a diluted hydrocarbon gas. The depositisacpss starts with the incorporation of a limited
guantity of carbon atoms into the Ni substrate at relatively low temperature, similar to the
carburization process. The subsequent rapid quenching of the substrate caused the incorporated
carbon atoms to dadiffuse onto the surface of the Ni substrate and form graphene layers.
Therefore, the thickness and crystalline ordering of the precipitated carbon (graphene layers) is
controlled by the cooling rate and the concentration of carbon dissolved in thé wiblah is
determined by the type and concentration of the carbonaceous gas in the CVD, and the thickness of
the nickel layer.

In contrast, the graphene growth on low carbon solubilitp.301 atomic %) substrate like Cu
mainly happens on the surfacedabgh the foustep procesgi6]:

1) Catalytic decomposition of methane on Cu to forpgHCupon the exposure of Cu to methane

and hydrogen. In this process, the Cu surface is either under saturated, saturated, or supersaturatec
with C,H, species, depeling on the temperature, methane pressure, methane flow, and hydrogen
partial pressure.

2) Formation of nuclei as a result of local supersaturationdf, @here under saturated Cu surface

does not form nuclear.

3) Nuclei grow to form graphene islands om Gurface saturated, or supersaturated witH,C
species.

4) Full Cu surface coverage by graphene under certain temperature.

If the amount of available &, on the exposed Cu surface is insufficient to expand the C to the
island edges, the Cu surfaceoisly partially covered with graphene islands. Otherwise, if there is
always enough methane to form sufficientH¢ to drive the reaction between thgHy at the

surface and the edges of graphene islands, graphene islands would grow until to connect
neighbaing islands and fully cover the Cu surface.

Until recently, most CVD operations were relatively simple and could be readily optimized
experimentally by changing the reaction chemistry, the activation method, or the deposition
variables until a satisfactprdeposit was achieved. However, many of the CVD processes are
becoming increasingly complicated with much more exacting requirements, which would make the
empirical approach too inconvenient. A theoretical analysis is, in most cases, an essential step
which should predict any of the following: chemistry of the reaction (intermediate steps, by
products), reaction mechanism, composition of the deposit (i.e., stoichiometry), and the structure of

the deposit (i.e., the geometric arrangement of its atoms). arfag/sis may then provide a
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guideline for an experimental program and considerably reduce its scope and save a great deal of
time and effor{46]

1.6.6Liquid phase exoliation (LPE)

Graphite can be successfully exfoliated in liquid environmewntexploiting ultrasound to extract
individual layers. The liquighhase exfoliation (LPE)figure 10) process typically involves three
stepsi(1) dispersion of graphite in a solvent, (2) exfoliation, and (3) purification.

Graphene flakes can be produced sqayfactant free exfoliation of graphite via chemical wet
dispersion, followed by ultrasonication in organic solvents. During ultrasonication, shear forces and
cavitation, i.e. the growth and collapse of the micromsitad bubbles or voids in liquids dt®
pressure fluctuations, act on the bulk material and induce exfoliation. After exfoliation, theisolvent
graphene interaction needs to balance the-stieet attractive forces. Solvents ideal to disperse
graphene are those that minimize the interfaeiasion [MN rif] between the liquid and graphene
flakes, i.e. the force that minimizes the area of the surfaces in contact. In an LPE recipe, solvent is
the most important factor dominating the overall productivity of exfoligdd@h An ideal solven

should be able to effectively overcome the van der Waals interaction between the graphene layers
hel d wi't hsitnacaki'ng -8.4A indhe presenoefof aZolvers, the potential energy
between the adjacent layers given by the dispersiveldioforces becomes significantly reduced.
Coleman et al. proposed that when the refractive index of solvent matches with that of graphene,
this potential energy can even approach zero. They demonstrated that solvents with interfacial
tensi on (9 )n) M’risoodesired to~rdinimize the energy input in attaining effective
separation of sheets beyond the range of the strong van der Waalg48fc&s approximate
expression from a thermodynamic perspective was also provided to account for themexiad

results as given below:

Ve = T (VS V) 00
wh er e isjghe enthalpy of mixing, Mx is the volume of the mixture,nE the thickness of
graphene nanosheetsdand Eg are the surface energies of solvent and graphene, respeatiyely,

is the volume fraction ofraphene dispersed. For that reason, solvents belonging to this category,
including Nmet hyl pyrrolidonéd (NMPM&¢thyEAOr mdmimde (|
mJ m?) and orthedichlorobenzene @ CB) ( 2 "2 }hae beeh widely employed for LPE

of graphene. Figure 10(a) displays a few commonly utilized solvents for graphene exfoliation along
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with their surface tensions as well as boiling points. Among the large variety of solvents explored,
the most successful results have been achieved with amiorgolvent, NMP This solvent was
reported to produce minimal oxidized exfoliated sheets with approximately 28 % monolayer flakes
and above 75 % sheets with less than 6 layer thickness. Unfortunately, the yield was low at ~1 wt %
and the maximum laterairdension of graphene wam the order of a few micronsigtire 10(b)

(e)). A serial resonication/recentrifugation strategy of the texfoliated sediment was

recommended to increase the yiplg]

& Cl
(a) Cl 0 o

N-Methyl-2-pyrrolidone (NMP)  ortho-Dichlorobenzene (o-DCB)  Gamma-Butyrolactone (GBL)

v = 40.1 mJ/m* v=37.0mJ/m* v = 46.5 mJ/m*
b.p. =203°C b.p.=181°C b.p. =204°C
(6]
M O i
CH; )J\ CH
. = P anta S
H N . y
| HyC T e CH,
CH; CH,
N,N-Dimethylformamide (DMF)  N,N-Dimethylacetamide (DMA) Dimethylsulfoxide(DMSO)
v=37.1mJ/m* v =36.7mJ/m? v =42.9 mJ/m?
b.p. =154°C b.p. =165°C b.p. =189°C
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Figure 10: Solvents forLPE of graphene. A) Chemical structures of common organic solvents used in LPE, along
with their surface tension and boiling points. b) Graphene dispersion in NMP after centrifugation ati?d € g/ mL
concentrations (a) to (e). c) Dispersed graphene concenti@t as a function of solvent surface tension/energy. d)
SEM imagine of pristine graphite (scale bar: 500 um). e) SEM image of sediment after centrifugation (scale bar:
25 um). (£h) Bright field TEM images of monolayer graphene sheets respectively from GB(f), DMEU (g) and
NMP (h) ( scale bar: 500 nm). (i,j) Bright field TEM images of a folded and multilayer graphene sheets
respectively, deposited from NMP (scale bar: 500 nm). k) Histogram of the number of graphene layers per flakes
for NMP dispersion. b-k reproduced from [48]

The yield by singldayered graphene (SLG) percentage is defined as the ratio between the number
of SLG and the total number of graphitic flakes in the dispersion. The yield by SLG weight is
expressed as the ratio between the totasrof dispersed SLG and the total mass of all dispersed

flakes. The yield by weight does not give information on the amount of SLG, but only on the total
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amount of graphitic material. Yields by SLG percentage and weight are more suitable to quantify
the anount of dispersed SLGs.

In order to determine exfoliation yields it is necessary to characterize exfoliated graphitic material
providing both qualitative and quantitative information. An ideal graphene characterization is to
estimate the concentrationgb absor pti on spectroscelpgy foll owe
The number of graphene layers (N), i.e. the thickness of exfoliated graphitic material, is usually

determined via transmission electron microscopy (TEM) and atomic force microscopy.[AHAM)

1.6.7Liquid phase extraction with organic dye

A natural approach to exfoliate graphene is to use surfactants based egrajamenes (NGs), i.e.,

small polyaromatic hydrocarbons such as pyrenes, perylenes, coronenes, tetracenes, etc. These
conjugaté moieties exhibit a polyaromatic structure similar, yet smaller, to that of graphene, and
are able to selhssemble on its surface forming ordered layétsleast in ultrahigh vacuum
conditions these molecules can promote the exfoliation of graphte gnaphene, in particular

when such a molecule has a high energy of adsorption on the basal plane of graphene, and in
particular being higher than the one of the solvent molecule interacting with the graphene. The
optical and electronic properties of teedGs can be tuned by functionalizing their peripheries with
electron accepting or electron withdrawing groups. The-gidaps can also improve their
solubility not only in organic solvents but also in water, being the best solvent possible for large
scak, environmentally friendly and cheap technological applications. The single or multiple
functional moieties attached to the pyrene's periphery include negatively charged sulfonic groups,
amines, carboxylic groups.

By using a rather simplistic description the exfoliation process, organic molecules such as these
are often described as aromatic surfactants,
interacting with” gstaphlineg tdamdughe "negativel)
stabilzation in solvents and hindering-agigregation. The efficiency of amphiphilic pyrenes to
interact with graphene has been attributed to their aromatic nature and to their electron
donating/ withdrawing charact er gativisg withoespechte di f
graphene. The final efficiency of graphite exfoliation with small aromatic dyes ultimately depends
not only on the thermodynamics of exfoliation, but also on the presence of local energy minima,
which will influence kinetics, androthe solverit molecule, graphefienolecule and graphene

solvent competitive interactions. To gain a thorough molecular scale understanding on the

interaction process between graphene and the dye it is key to perform and compaeateaand
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multiscale eperimental studies. In our laboratory we exfoliate graphene using a series of pyrene
molecules functionalized in the peripheral positions with an increasing number of sulfonic

groupsf49]

1.7 Graphene properties

From the main characteristics abghene, several important properties can be derived; and some of
them ar e, i n addition, uni que and extreme. Tw
t o t h ehave the eleetons weakly attached and are responsible for the electrpeitiesoof

the system. Most of the properties of graphene are then, related to the electronic band,[&d]icture
plotted in figure 11. The main characteristic of the electronic band occurs at the Fermi energy (EF),
where the ~ osbikt @los nistefseato idnmfferent- equi
called Dirac points. The energy dispersion close to the Dirac points is linear with the momentum,
being described by Kvr. The parameterpvis the Fermi velocity with its value ofrdd ¢/ 300
(where c is the velocity of light in vacuum), and k is the wave vector.
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Figure 11:Electronic band structure of graphene. Dirac cones are plotted where the linear relation between k
and E**

Close to the Dirac points, electrof@d also holes) behave as massless charge carriers with a speed
of 106 m/s (faster than any other material) and a carrier charge density in the order of 7013 cm
[52] This explains the very high mobilities predicted and detected in graphene phesithat
graphene acts as if it was a semiconductor of-gem and like a semimetal, a metal with a

negligible density of states at the Fermi level (figure 12).
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Figure 12: Dirac cones regarding the electronic properties. Theane below is the valence band (electrons), and
the above cone is the conduction band (hol¢aD]

The electronic band structure of a graphene monolayer, described above, can be modified breaking
the symmetry of the crystallographic structure of the gnaplsheef52] It can be done by stacking

more layers, so the energy band in multilayer graphene is different. In addition, as pointed out
above, in graphene nanoribbons the band structure depends on the edge geometry and type of
termination: armchaior zigzag. Figure 13)

2D
graphene sheet

ARMCHAIR edges

ZIGZAG edges

Figure 13: Armchair and zigzag edges configuration

Coming from its electronic band structure, the most relevant property of graphene is its very high
carrier mobility. In graphene, on top of substratess believed that the optical phonon scattering
limits the mobility to 120000 chiV*s at room temperature. In suspended graphene, the mobility
has been shown to theoretically exceed 200008\¢% at Room Temperature (RT), higher than

any known semicondtar.>® Because of the ballistic behavior of graphene, RT Quantum Hall
Effect (QHE) and Integer Quantum Hall Effect (IQHE) have been observed in graphene flakes.
Interestingly, due to the peculiarities of ghene, we find what is called anomalous QHE, in which
the standard sequence of the conductivity with the magnetic field observed in conventional QHE
appears shifted in graphefil] Another important point about charge transport in graphene is
ambipokhrity. In the fieldeffect configuration, this implies that carriers can be tuned continuously
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between holes and electrons by supplying the requisite gate bias. Under negative gate bias, the
Fermi level drops below the Dirac point, introducing a signifigaopulation of holes into the
valence band. Under positive gate bias, the Fermi level rises above the Dirac point, promoting a
significant population of electrons into the conduction band. The access to a truly ambipolar
semiconductor enables a numbenofel device structures. These are fundamentally different from
silicon-based logic because doping levels can be dynamically controlled entirely by gating.
Momentarily providing local gate biases to different parts of the same flake can form junctions or
even more complicated log[65]

Three molecular and strong G orbitals in tri
among the carbon atoms where the hexagonal structure is built (figure 14). The orbitals also provide
this structure a greatatdiility. This fact implies a wide range of mechanical, optical and thermal
attributes, which are also relevdfb] Regarding mechanical properties, graphene presents record
values like other allotropes of carbon. Harder than diamond, its tensitgthtie about 130 GPa

(200 times higher than those of the steel) and the Young modulus has been estimated to be in the
range of 0.51.0 TPa.

Elastic and super flexible, graphene is even very light, weighing only about 0.77.[56]r8ome

works also mdicated that graphene has promise as a solid lubricant with thickness on the order of
nanometers due to its atomicathjin configuration and high load carrying capacity. Whetatrer
graphene is benchmarked with a 2 nm repulsive asperity against asp86@titent diamondike-

carbon (DLC) coating of the same thickness (1.0 nm), the graphene supports up to 8.5 times the
normal load of DLC during indentation, and up to twice the normal load of DLC during sliding
even after failure of one or more layets. optics, the main characteristic is the strong light
absorption for one monoatomic layer (around 2.3% for visible) but that, in global terms, makes it
al most transparent. It can be demonstrated th
number of gr aph e & islthe firestrscture eohstamt.eThisUirearity has been
demonstrated for up to 5 laygB9] and it is further confirmed that such unique absorption could
become saturated when the input optical intensig&p e a threshold value, which makes graphene

an ideal transparent conductor where optical transparency and low electric resistance are required.
Also the thermal properties are relevant. Thermal conductivities in the basal plane of the order of
5¢10° Wm*K ! have been reported, exceeding the record values of diamond and carbon nanotubes.
This superb thermal conduction property of graphene is beneficial for electronic applications and

establishes graphene as an excellent material for thermal management.
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Figure 14: Scheme of the graphene hexaganl structure &a&nd @ and °~ bon
As a visual and summari zed example of S 0ome

hammo c k s & 1501f claifn$ tigatian invisible graphene monolayer of would only have a

weight of 0.77 mg, and tied between two trees could hold a 4 kg body (e.g[%Btat).

Figure 15: A monolayer graphene hammocks placing a catdfore breaking[53]

1.8 Potential applications

The high mobility of graphene makes this material promising for future electronics. The first and
main drawback that we have to tackle is the lack of a band gap. In addition, because of the linear
dispersiorrelation, the density of the states in the Fermi energy level does not allow thieezon
response required in electronic applications. It is necessary to substantially modify the conductance
when an electric field is applied. Engineering a band gapaphene samples may be the solution.

As it has been explained above, the electronic band structure of graphene can be modified changing
the particular structure that has originated it. One of the methods can be functionalizating the
graphene surface witbther species. Another way is producing graphene nanoribbons. The finite
size effects are present in this kind of structures. Also the edges are important. The type of the
nanoribbon edge (zigag or arm chair) plays a similar role as the chirality doegairbon

nanotubes. Moreover, the spin coherence length is also high in graphene which makes it a suitable
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material for applications in spintronics. If the production methods acquire the sophistication that
nowadays semiconducting technology demands, grephe postulated as one of the main
candidates to replace silicama hypothetical pos$i era[55]

The high conductivity combined with the low absorbance of graphene warrants properties required
for transparent electrodes. Nowadays the standarerialafor this purpose, indium tin oxide (ITO),

can find a competitor in graphene. Once the growth techniques have been developed, graphene can
offer a high quality low cost alternative to ITO in applications such as solar cells, liquid crystal
displays ad touchscreens. New generation of touchscreens would be in principle possible through
very high quality and extremely thin and flexible displays. Due to the high thermal conductivity,
graphenebased devices would show less degradation in front of heatlsrdfore, have longer
lifetimes.

Sensing is another possible field of application due to the extraordinary electronic properties,
mechanical resistance and large specific surface area of graphene. The adsorption of molecules in
the surface can modify tHecal charge carrier concentration and this can be detected in a Field
Effect Transistor (FET) configuration. A single molecule detection has been achieved, which
demonstrates the potential high sensitivity of grapHesed sensafS7] Sensing is at limited

only to chemical species; it can be applied to any phenomena that modify the carrier concentration
such as magnetic field and mechanical deformation.

Further application fields that, likely, will be a reality in the near future are:

1 Ultracapacitors and microbatteries. able to store big quantities of energy, 20 times more
powerful than the current ones; and with a charging time 1000 times faster.

i1 Bio-related material: Graphene derivatives, including pristine graphene, GO, chemically
reduced GOrGO) and doped graphene have been intensively studied for their widespread
applications in biosensing and detection of biomolecules. Many drugs with beneficial
therapeutic properties can also present detrimental side effects, limiting their clinical
application. The use of nanomaterials to immobilize and deliver these drugs can assist with
preventing undesirable effects. Also, complementary studies are exploring strategies to
controllably release the immobilized drugs when the appropriate biological target
identified. The ease by which graphene can be chemically modified seemingly lends itself

well to such immobilization and delivery applications.

1 Thermal management material high thermal conductivity, and consequently fast cooling.
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Structural materials (paper, powder): much harder, stronger, and more flexible than
current ones.

High performance computation terahertz oscillators and higipeed fieldeffect
transistors with switching speeds between 100 GHz and a few THz, and a performance 30
times highethan current

Junction diodes pi n and Schottky diodes are used in a wide variety of electronic/photonic
systems as building blocks.

Photovoltaics more efficient solar cells by using graphene as a charge collector. Electrons
in graphene which have beencégd to a higher energy state by absorbing incoming light,
transfer their energy to neighbouring electrons, rather than radiating it as photons.
Conductive ink: graphenébased coatings for printed electronics (circuits can be printed
almost on any subste) and smart packaging

Graphene based quantum dots nanolight with extraordinary properties due to their
remarkable quantum confinement and edge effects: systematic photoluminescent
mechanisms, bandgap engineering, in addition to the potential appigatidioimaging,
sensors, etc.

Graphene aerogel is seven times lighter than air, and 12% lighter than the previous record
holder (aerographite). Its density is just 0.16 mg/cm3, and has a superb elasticity and
absorption. It can recover completely afteore than 90% compression, and absorbs up to
900 times its own weight in oil, at a rate of 68.8 g/s.

Optical modulators: are commonly used in communication and information technology to
control intensity, phase, or polarization of light. Graphene allowsadivand lighinatter
interactions with ultrafast responses and can be readily pasted to surfaces of functional
structures for photonic and optoelectronic applications.

Contaminant removal: Graphene oxide is netoxic and biodegradable. Its surface is
covered with epoxy, hydroxyl, and carboxyl groups that interact with cations and anions. It
is soluble in water and forms stalol@loid suspensions in other liquids because it
isamphiphilic(able to mix with water or oil). Dispersed in liquids it shows
excellentsorptioncapacities. It can remove copper, cobadimium arsenateandorganic
solvents Recently, graphene shown to be able to remove radioaxtolieles and heavy
metals from water, includig radioactivasotopesof actinidesand lanthanides. Even at

concentrations <0.1 g/L, radionuclide sorption proceafdslly.
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1 Pressure sensar The electronic properties of graphen&MN (hexagon boron nitride)
heterostructures can be modulated by changing the interlayer distances via applying external

pressure, leading to potential realization of atomic thin pressnserse

Figure 16: (left) Graphene solar cell; (right) a flexible cell phone made of graphene (Samsun8]
1.9 Chemically derived graphene

1.9.1 Graphene oxide(GO)

Nowadays, graphene can be produced by rmoechaical exfoliation of highly ordered pyrolytic
graphite (HOPG), epitaxial growth, and chemical vapor deposition (CVD).These three methods can
produce graphene with a relatively perfect structure and excellent properties. However in
comparison, graphene prashd by reduction of graphene oxide (GO) has some important
characteristics as it is produced using graphite material byetfestive chemical methods in large
scale. GO consists of a 1D singdggrer of graphite oxide and is usually produced by the chamic
treatment of graphite through oxidatiolh is also highly hydrophilic and forms stable aqueous
colloids to facilitate the assembly of macroscopic structures by simple and cheap solution processes.
The weltknown methods used for the synthesis of gr@pbxide are Brodie methd89] Hofmann
method[60] and Hummers methd81] and also their modified and improved forms. In these
methods, initially graphite powder is chemically reacted with acids (HE&EOHand HNQ etc.)
followed by the mtercalation of alkali metals (alkali metal compounds K§KMnO,4, NaNG; etc.)

into the graphitic layers which further helps in the breaking of graphitic layers into small pieces. In

figure 17 as shown summary of different metho
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Graphite oxide (Oxidation of graphite)
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Figure 17: Methods for synthesis of graphite oxide using graphite, acids and oxidizing chemicéfs

Compared to psiine graphite, GO is heavily oxygenated bearing hydroxyl and epoxy group$ on sp
hybridized carbon on the basal plane, in addition to carbonyl and carboxyl groups located at the
sheet edges on spybridized carbor(figure 18). Hence, GO is highly hydrdpb and readily
exfoliated in water, yielding stable dispersion consisting mostly of single layered sheets (graphene
oxide). It is important to note that although graphite oxide and graphene oxide share similar
chemical properties (i.e. surface functiogedup), their structures are different. Graphene oxide is a
monolayer material produced by the exfoliation of GO. Sufficiently dilute colloidal suspension of
graphene oxide prepared by sonication are clear, homogeneous and stable ind&@iatefpre,

the formation of stable graphene oxide colloids in water was attributed to not only its hydrophilicity
but also the electrostatic repulsion.

Also, the structure of GO depends significantly on the purification procedures, rather than, as is
commonly thoughton the type of graphite used or oxidation prot¢62]. The exact identity and
distribution of oxide functional groups depend strongly on the extent of oxidation. The appearance
of chemical composition inside GO and the oxygen containing functgnoalps in GO can be

identified using principally, Xay photoelectron spectroscopy (XPS) and Raman spectroscopy.

Figure 18: Structure of GO [63]
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1.9.2 Reduced graphene oxide (rGO)

Chemical reduction of graphite oxide iseonf the excellent procedures to synthesized rGO and
graphene in large quantities. It includes ultrasonication of graphite oxide in water forming a
homogeneous dispersion of predominantly soluble GO in water. The GO is reduced by a suitable
chemical proces the reduced GO formed resembles graphene but contains residual oxygen and
other hetero atoms, as well as structural defects. During the reduction processes, most oxygen
containing functional groups of GO are eliminated ch t-dleetron” conjugation within the
aromatic system of graphite is partially restored. Finally the rGO gets precipitated from the reaction
medium because of the recovered graphite domains of chemically converted graphene sheets with
increased hydropliicity and pstacking interactiof64] The properties of rGO are nearly similar

to that of graphene prepared through different chemical, thermal, photo, electrochemical or
microwave reduction pathwajy85] The most widely applied technique uséar preparing

chemically converted reduced GO is the chemical reduction of GO as shtiguré19[66]

Graphite

Graphite oxide
(GO)

Exfoliation

»
Reduction
ks e

Reduced graphene

oxide (rGO) Graphene oxide

Figure 19: Preparation of rGO by graphite [66]

Fan et a[67] reported that the exfoliategtaphite oxidecan undergo quick deoxygenation in strong

alkali solutions like NaOH and KOH at moderate temperatureg9(b0C) resulting in stable
agueous graphene suspensions. Figure 20 shows that the addition of NaOH to the graphite oxide
suspension led to the chanigecolor (yellowbrown to dark black). Various inorganic and organic
reducing agents such as phenyl hydrafit@ hydrazine hydratg64] sodium borohydridé66]

ascorbic acid68] glucos€69] etc, have been explored for the ehieal reduction of GO.
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Figure 20: a) lllustration for the deoxygenation of exfoliated graphite oxide under alkaline conditions and (b)
i mages of the exfoliated gr &)béfdretard afbexreadtion. Beuwcsnpad nsi on (
experiment in (b) carried out by heating the pristine exfoliated GO suspension without NaOH and KOH at 90°C
for 5 h with aid of sonication[67]

The GO reduced by heating is known as thermal reduction by annealing. Annealing atmosphere is
also important for the reduction of GO. Annealing reduction is usually carried out in vacuum, or in
inert or reducing atmosphere. Thermal reduction of GO comprised of the therarglinduced
multistep removal of intercalated,®@ molecules and oxide grps of carboxyl, hydroxyl, and
epoxy. It should be noted that in chemical reduction, individual GO sheets in the solution phase are
chemically reduced by the strong chemical H@6¢.The rapid heating of graphite oxide at high
temperature, exfoliatan the form of porous carbon materials and get converted into graphene with
fewer amounts of oxygen functionalities. The exfoliation occurs by the sudden expansion of CO or
CO, gases evolved from the spaces between graphene sheets during rapid hehgngyrabHite

oxide. The rapid heating makes the oxygen containing functional groups attached on carbon plane

to decompose into gases that create huge pressure between the stacked carbon layers.

1.9.3 Electrochemical exfoliation

One of the most efficient ays of exfoliating graphite is by using strong chemical oxidation,
yielding highly soluble, 100% monolayer sheets of graphene oxide (GO). A more tunable, versatile,
attractive and principally green approach to drive the intercalation and exfoliationpbitgran
solution recently explored is the use of electric fields. Upon using bulk graphite as a working
electrode in an electrochemical cell, complete dissolution of graphite can be achieved within a few
minutes or seconds, either in water or in orgaoigents. By regulating the driving potential in

appropriate liquid electrolytes, graphite electrodes can be intercalated with various molecules and
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dispersed in solution. The most commonly used electrolytes are aqueous solutions of mineral acids
(e.g., HSO40r HCIOy) with graphite as an anode. However, applying high electric potential leads to
oxi dation damage; even if this damage is | ec
production of GO (Hummers, etc methods), it is nonetheless relevantr (@dse oxidative
electrochemical approaches, such as using graphite as a cathode can avoid oxidative damage anc
give highquality graphene sheets, but require protracted sonieasisisted treatmefitl] The
possibility of intercalating different atoms arolecules between graphene layers offers a highly
tunable way to expand graphite into graphene, and to obtain new materials with it. The most
efficient processes are based on chemical or electrochemical treatments and involve intercalation,
gas productionand disruptive fragmentation. In our laboratowe first used electrochemistry
approach to intercalate appropriate molecules into graphite that were able to decompose with
temperature. Degradation of these molecules in the grapletealated compoun@IC) was then
generated by microwave irradiation and created a gas pressure surge in graphite.

After this microwavenduced expansion, the material was further processed and reduced
electrochemically to give highly conductive layers. The use of indepensteps for 1)
intercalation, 2) expansion, 3) exfoliation and 4) reduction more effective exfoliation of graphene
compared with similar approaches, and a better understanding of the chemical processes that lead to

expansion/exfoliation (figurgl).
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Figure 21: Schematic illustration and photographs of graphite after intercalation, expansion, electrochemical
exfoliation and reduction steps (from left to right)[71]
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The obtained nanosheets are mostly highly soluble monolayenattshow good electrical
properties after electrochemical reduction and can be easily processed into conductive coatings or
high-capacitance electrodes on flexible plastic sheets.

1.9.4Total organic synthesis

Total synthesis of graphettige polyag/clic hydrocarbons (PAHS), explored decades ago, has
caught much attention as a possible alternative route to synthesize graphene. Although PAHs have
some advantages including synthesis versatility and the capability of grafting aliphatic chains at the
edge to modify solubility, the major challenge lies in preserving dispersibility and a planar
geometry for large PAHs. The same group recently reported a bofiomethod to fabricate
graphene nanori bbons ( GNR)-dibromo9 gRiaintldyl pseaurséra c e s
monomers In the fabrication process, thermal deposition of the monomers onto a gold surface
removes the halogen substituents from the precursors, and provides the molecular building blocks
for the targeted graphene ribbons (with a widltiseven benzene molecules) in the form of surface
stabilized biradical species. During a first thermal activation step, the biradical species diffuse
across the surface and undergo radical addition reactions to form linear polymer chains as imprinted
by the specific chemical functionality pattern of the monomers. In a second thermal activation step,
a surfaceassisted cyclodehydrogenation establishes an extended fully aromatic sfigiem® (
22)[72]
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Figure 22: Bottom-up fabrication of atomically precise GNRs. Basic steps for surfaegupported GNR synthesis,
illustrated with a ball -and-stick model of the example of 10,18@ibromo-9,90-bianthryl monomers (1). Grey,
carbon; white, hydrogen; red, halogens; underlying surfacetams shown by large sphere. Top dehalogenation
during adsorption of the di-halogen functionalized precursor monomers. Middle, formation of linear polymers

by covalent interlinking of the dehalogenated intermediates. Bottom, formation of fully aromatic GNRby
cyclodehydedrogenatiorn72]

These achievements suggest that total synthesis is a versatile approach to make GNR with precise
control of the composition and structure. Studies on the electrical, optical and mechanical properties

of these GNR arexpected to direct interesting applications.

1.10 Perylenediimide family

1.10.1 the use of PDIG&s as pigment in industr

Perylene3,4,9,10tetracarboxylic acid diimide derivatives, also known as perylene diimides, or
PDIs, are colorants that have beeteasively studied as industrial dyes and pigments. Perylene
3,4,9,10 tetracarboxylic dianhydride (PTCDA), which is commonly considered as the parent
compound of this class of dye. As showrfigure 23, various perylene diimide dyes with different
chemi@l and physical properties could be obtained via modification of the substituents on the imide
(the R groups) or bay (the 1, 6, 7, 12 position on the core aromatic scaffold) positions.
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Figur

As a

PTCDA PDI
e 23. The chemical structures for PTCDA (left) and respective perylene diimides without baysubstitutions

group of high performance pigments, perylene diimides exist in a wide range of colors from

red to violet, and even shades of bld@8] In addition, these molecules exhibit exeat migration

stabi

stabi

lity in plastics, easy oweoating when used as paints, chemically inert, superior thermal

lity, and excellent light and weather stabilityt,75] From an economic point of view, the use

of PDI-based pigments is limitedue to the relatively high cost of these materials as pigtfiétits

Today, PDibased pigments are found predominately in fiber applications or in othegfada

industrial paints, where their cost is outweighed by the high quality and/or durabilitg oblors,

particularly in carpet fibers and automobile indu$t¥] Yet, while perylene diimides are important

industrial pigments, they also combine a strong absorption in the visible region with almost unity

fluorescence quantum yields, high pbatemical stability, and many other interesting chemical and

physical properties.

These properties allow perylene diimides to be used as outstanding materials for many other new

applications for example:

T
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Redox couple : perylene diimides feature a relagil@lv reduction potential (cal.0 V and
-1.2 V vs the ferrocene/ferrocenium (Fep) which enables their use as electron
acceptors for organic electronics.

Optical application and OFETs

Fluorescent solar collector

Electrophotographic device

Dye laser

Organic photovoltaic cell (OPVs)

Optical power limiters(OPLS)

Semiconductor materials

Perylene diimides are stiine of the most promising electrtmansport materials available to date

W i

th a | ow el e e3t9re\for ueanbdifiednPDIs, glos¢dEa¥and its derivatives),
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the potential for good molecular ordering in the solid state, and facile chemmcéibhalization as
compared to fullerenbased acceptafg5] These features make RBfe materials promising
candidates for applications inahannel OFET§76]

The perylene diimides obtained from the above synthetic approaches by incomofalifferent
substituents on each imide position usually exhibit indistinguishable absorption and emission
properties from the respective symmetrical perylene diimides, particularly in solution at low
concentrations when the molecular aggregation igdan This is because the nodes in the highest
occupied molecular orbital (HOMO) and lowest unoccupied molecular orbital (LUMO) at the imide
positions of perylene diimides reduce the electronic coupling between PDI aromatic cores and
imide substituents ta minimum, as shown ifigure 26.It should be noted that the major electronic
effect from the imide group will be only inductive in nature. As a result there is little change in the
electronic properties of perylene diimides with various imiggsstuentsit is beneficial to be able

to control the solubility as well as the molecular packing in the solid state of the materials by
incorporating different sidehains at the PDI imide positions without significantly changing their
optical ancelectronic propertieg’5,77]

| LUMO

I HOMO

Figure 24: The frontier orbitals (HOMO and LUMO) of perylene diimides

The solubility of PDI derivatives strongly depends on the substituents on the imide positions and/or
in the baypositions. The usual explanation for this observation is that the bulky substituents are
forced out of the molecular plane of the chromophore, thereby hampering the-fagec-ée
stacking of the PDI molecules, thereby increasing the solubility of theseculeq75] Similarly,
substituents on the aromatic basgion could lead to a propelike twisting of the two
naphthalene half units in PIblased materials. This has also been found to be an efficient way to
prevent the facéo-f a c-e $ ihgaanckimprove the solubility of PDI materials. In general, the
incorporation of bulky groups on the bay positions could result in an increase of severabbrders

magnitude in the solubility of the perylene diimides.
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It is worth noting that halogenatedolgents such as chloroform, chlorobenzene, and
dichloromethane seem to be good organic solvents for common PDI derivatives at room

temperaturg?75]

1.10. 2 Physical proprieties of PDI &s

PDI derivatives exhibit a combination of interesting absorpgonission, redox, and other physical
properties, which has results in significant research on these materials for various applications,
including OPVs and OFETSs.

1.10.3 Optical properties of PDI 6s

Most PDtbased chromophores are red solids with hightingelpoints and excellent phoetand
thermalstability. In general, perylene diimides are considered as a group of excellent organic dyes
with large absorption extinction coefficients at visible wavelengths (4600 nm), almost unity
fluorescence quanturyields, and long singletxcitedstate lifetimes (approximately 4 ns in
common organic solventfj5] Typical perylene diimide type absorption and emission spectra are
shown infigure 29, Generally, perylene diimides are characterized by a vibhyrstructured band

with strong absorption in the visible region between 400 to 550 nm, and they exhibit a strong
yellow-green fluorescence as a mirror image of the absorption in common organic solvents. It has
been reported that the electronic transgidor unsubstituted perylene diimides are predominantly
HOMO to LUMO transitiong75] The absorbance of the (0,0) vibronic transition at ~ 527 nm and
the (0,1) vibronic band at ~ 490 nm for free PDI molecules in solution shows the relationship as
(0,0/(0,1) > 1.6, though molecular aggregation of PDI dyes causes a significant decrease in this
value’ Similar phenomena are also observed in the emission spectra for perylene diimides in
solution. Generally, a change of less than 5 nm in bs®ration and emission maximum can be
observed by changing the-tdrminal. In contrast, substituents on the aromatic corepbaiions

show a much more obvious effect on the absorption and emission spectra of perylene diimides as
expected, duetothestrayer el ectr oni ¢ c o+ompilaliamddghe sulstitverstseon t h
the aromatic bay region. For example, two phenoxy substituents on the PDIs bay positions result in
~ 20 nm and 40 nm bathochromic shifts in the absorption and emission maxiggsafdd! emm),
respectively, compared to that of the unsubstituted PDI dyes and the color of the fluorescence
changes to orange. More pronounced spectral changes occur upon substitution of the aromatic
cores with electron donors such as pyrrolidino growgsch affords PDI derivatives with a dark
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green colour both in the solid state and solution, due to the bathochromic shift over 150 nm. In
contrast, limited spectral changes and solvatochromism effect are observed if elgittdoawing
substituents (lie F, Cl, Br, and CN) are incorporated into perylene diimides in the bay position
because i nduct i-acceptoes finfgeneral wilb lbwersbotie the LWMO and HOMO
levels in similar manner and there is no obvious ICT (internal cHemgefer) presd in these
systemg79] Usually, there are several nanometer-skidts of thel spsm and | emm for these
compounds b eaccaptoss estabilizece the (LUMO slightly more than the HOMO,
consequently narrowing the energy gap, probably due to be pnon@unced electron coupling
between the PDI LUMO to the attached acceptors.
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Figure 25: The UV-VID absorption and emission spectra of a perylene diimide in toluene

In addition, optical properties of Pibased dyes are highly dament upon concentration and
environmental conditions, such as solvent polarity and tempef@&jréor example, aggregation
between the aromatic scaffolds in higher concentration (>mél/L) solutions results in a large
bathochromic shift and bader absorption, with a tail absorption that extends into the NIR for PDI
derivatives.

The strong aggregationeas e d-" by nt eractions | ed to an al most
the absorption spectf80] For better solvents, such as ChHGhe dependence of PDIs aggregation

on concentration was not as pronounced; no obvious PDI aggregation ngedbses indicated by

absorption spectroscopy, with concentrations up torol/L for most cases, as shown in figure 30
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Figure 26: The concentrationdependent U\tVis absorption of the perylene diimide in methylcyclohexar&0]

Similar observations were found for PDIs emission spectra as a function of increasing
concentration. The behavior of a perylene diimide in toluene is shofigune 31. More aggregate
type emission and decreased fluorescence quantum yields wemveobsédth increasing dye

concentration in toluene (concentration rangé tt010% mol/L).[80]
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Figure 27: The concentration-dependent emission of the perylene diimide in toluerfé.

1.10.4 Molecular packing of PDIs in the solid state

Perylene diimide c¢cryst adystesmd with parallet @isntatorf af ¢ha r
chromophores at an intpitane distance of ~ 3.4 A (as illustratedfigure 32), which is quite
similar to the layerto-layer distance in graphif81] Substituents at the imide position can

significantly affect the stacking distance (the longitudinal and transverse offset between the
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neighboring perylene diimides in the solid states), which influen@starmolecular interactions

of tgystems in the crystal lattice, results in perylene diimide powders of various colors, from
red to darl{75] On the other hand, substituents at the-pasitions could cause distortion of the flat
"-systems du¢ o t he steric strain; this is coRsider

stacking interactions for perylene diimides both in solution or the solid states.

X

Figure 28: The bond | engit h s laefkgmangRed I79 JRghg in crystal[75]

1.105Redox properties of PDI 6s

Perylene diimides without modification of their core fyagion are good electron acceptors, and
they are quite easily reduced and rather difficult oxidized in solution. For mosbstitisied
perylene diimides, two reversible reduction waves and one reversible oxidation wavkQcé.
and-1.2 V vs. Fe(Cpf'*, respectively) can be observed if appropriate organic solvents are chosen
Generally, perylene diimides exhibit a fireduction potential comparable to that af, @nd its
derivatives, which makes them attractive acceptors for replacing fullerene derivatives in
photovoltaic applications with their relatively lower cost in comparisongteb&sed acceptors, as

well as béter light harvesting and ease of chemical modification. Some relative small effects on the
redox properties of perylene diimides in solution (in general less than 0.100 V on the reduction and
oxidation halfwave potential) are observed from variation b tsubstituents at the imide
positions|75] However, the substituents in the core faaga have pronounced effects on the redox
potentialg82] For example, perylene diimides with cyano or fluoro substituents in the bay
positions are over 0.3 V ane easily reduced and have a much higher oxidation potential than
unmodified PDibased compoundg5] This change in the redox properties is primarily due to the
inductive effect from the electron withdrawing groups, which could stabilize the pergienides

by lowering the energy of both the HOMOs and LUMOSs to a similar extent. However, with electron
donating pyrrolidino groups at the bpgsitions, a quaseversible oxidation wave can be
observed, and the reduction potential of the material besom0.3 V more negative, due to the
electron donating effect of the amino moieties. PDI derivatives with conjugated substituents in the
bay positions are generally somewhat more readily reduced compared to unsubstituted perylene

diimides regardless of wheh ed o n o r-acoeptor groups are attached. This is probably due to
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the extension of conjugation as conjugated substituents are incorporated in their core bay

positions|75]
1.10.6Application of PDI dyes in organic electronics (OFETs and OPVs)

PDI-based materials, with small optical bagaps (~2.2 eV}> low-lying LUMO levels (ca.-3.9
eV),2% high electron mobilities (> 1 ¢ 's™), good molecular ordering in thin filmsjgh molar
absorption coefficients (~ 1 x 1M 'cm™), and facile chemical functionalization at both imide and
bay positions, show poteatias promising electretmansport materials and/or organic acceptors in

organic electronics, especially for OFET and OPV applicdff&is
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Figure 29: Schematic representations of two widely used OFET geometries: Tantact OFET (left); bottom-
contact OFET (right)

OFETs are a type of thifiim transistors (TFTs) with organic semiconductors as the active layers,
analogous to conventional silicdiased metabxide-semiconductor thufilm transistors
(MOSTFTs). The most commaonblsed transistor device geometry for an OFET device (as shown

in figure 33) is the bottom gate with top contact drain and source electiduse generally show

higher performance over other device geometries because of their smaller contact resistance
compared with bottorcontact MOSTFTs, which can have lower fabrication costs. In the device
Aof fo state, without applied gate bias, t her
drain electrodes in an OFET stateyas votageMhapplieditot i s
the gate electrode, electron or holes can be injected from source/drain electrodes and accumulate at
the semiconductedielectric interface forming the active channel, which results in increasing
sourcedrain currenf76] Organic semiconductors are, in principle, expected to show ambipolar
transport characteristics with both hole and electron conductivities when employed as the active

layer in an OFET. In practice, the majority OFETSs reported to date shigpeharaters. OFETs

based on organic materials with low electron affinity (electron affinity defined as the energy change
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when an electron is added to the neutral species to form a negative ion), such as perylene diimides
and G derivatives, show electron transpproperties. OFETs using electron donors as the active
materials, like polythiophenes, typically exhibit hole transport character. Only a limited number of
materials can perforrhoth processes simultaneously in OFETs. One of the reasons is the fact that
in most organic semiconductors the HONMIOMO gap is sufficiently large that, at best, only one

of the frontier orbitals (either HOMO or LUMO) is accessible for charge injection from a given
electrode material, since charge preference is dependent orjettieom barrier from the organic

materials to metal electrode, as showfigare 34 :
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Figure 30: The energy diagram of various charge carrier transport according to a given electrode material. The
charge preference is dependertdn the injection barrier from the organic materials to the respective metal
electrode, and ambipolar material exhibit a relatively small injection barrier from metal electrode for both hole

and electron

Photovoltaic science and technology is relatechéofgrocesses of converting solar energy directly

into electricity. Solar energy is expected to be one of the clean alternative energy sources to fossil
fuels in the near future. Organic photovoltaic systems, using organic semiconductors as the active
materals, are potentially a cosfffective and lightweight solar energy conversion platform as
compared to their inorganic conterpdB8] In inorganic semiconducting materials, such as silicon,
excitons (the coulomborrelated electrohole pairs withno net charge) are generally bound
weakly (< 0.01 eV), so that ambient thermal energy is sufficient to achieve the charge separation.
However, the photgenerated excitons in organic semiconductors are typically strongly
coulombically bound, with energied hundreds of meV, i.e., much greater than thermal energy at
ambient temperature, meaning efficient charge separation cannot be achieved in a single organic
material. For the organic solar cells using the donor/acceptor heterojunction for charge dissociat

it is believed that a minimum energy difference of > 0.3 eV is required for the LUMO or the
HOMO of fset bet ween the donor and aclkiepdiomg adn
energy for an efficient photovoltaic process in organic D/A inteifd8] Organic solar cells may

not compete with silicotbased solar cells in device performance, due to their limitations in light
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harvesting ability, charge carrier mobility, as well as the therarad photestability over silicon.
As shown infigure 35, the process of converting solar energy into electricity using OPVs can be
schematically described by the following several steps:
i absorption of a photon by the ligharvesting material, which leads to the formation of an
exciton (the bound electrdle pair)
exciton diffusion from the bulk materials to the D/A interface for charge dissociation
free charge transport within the active layer to the respective electrodes for-charge

collection

vacuum ]
—=_]|8 EA
| LOMOTTT ||| M 4 J

i,‘ § O—Two

: | 2.
HOMO_\o.,." o
4
HOMO
donor acceptor

4
donor/acceptor
interface

Figure 31: Schematic offrontier molecular orbitals (HOMO and LUMO) at a D/A interface, showing steps in the
photovoltaic process. lonization potential (IP) and electron affinity (EA) are depicted for the donor and acceptor,
respectively[84]

A typical organic solar cell ewists of a thin film(s) of organic semiconductor(s) sandwiched
between two electrodes. Commonly used architectures of OPV devices are shiogurar36.

There are two major architectures for singhdl-based OPVs: bilayer solar cells (in which donor
andacceptor materials are sequentially stacked on top of each other as active layer) and bulk hetero
junction solar cells (BHJs, in which a blend of a donor and an acceptor material is the active layer).
Bilayer solar cells are more closely analogous to entignal silicorbased solar cells. These
devices benefit from the separated charge carriers transporting layers that ensure transport pathway
to the correct electrode for each charge carrier type and give the separated charge carriers limited
chance to reombine with their counterparts. However, such blends exhibit significant structural
disorder, relying on random phase separation of the components. In most cases, these molecular
domains are too large (cause excitonic loss) or too small (leading todaarige recombination) in

size, that causing a devise performance decr¢d4gs
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Figure 32Schematic illustration of an OPV device: bilayer solar cell (top), BHJ solar cell (middle), and ordered
heterojunction cells (bottam)

Currently, power conversion efficiencies (PCEs) of organic solar cells have so far been limited to
approximately 8% with the Solarmer polymer blends in small area device (< €),.wdrite PCEs

have been demonstrated to exceed 20% fdraSed solacells, 15% for thin film inorganic cells,

and 11% for dyesensitized solar cellsHowever, further research attention on OPVs could
potentially leads to increased PCEs comparable to other photovoltaic techn@bépies.

Recent research found thatuid crystals possess the ability to sgifanize spontaneously into
highly ordered structures. Due to the spontaneous ordering of the molecules in the liquid crystalline
phase, very highly ordered films can be obtained after the liquid crystalline fitmoled to a
crystalline phase. Therefore, the use of liquid crystalline perylene derivatives in organic p
junctions is a promising method to increase the efficiency of such a solg@86&jalVhile from an
economic perspective, the cost/watt is a ciiittoatric for evaluating competing energy generating
technologies, from a scientific perspective, the device power conversion efficiency, is the most

important characteristic when evaluating an organic solar cell.
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Chapter Il - THEORETICAL PRINCIPLE

2.1 Spectrophotometer technique

Electromagnetic radiation, or light, is a form of energy whbebkaviour is described by the
properties of both waves and particles. The optical properties of electromagnetic radiation, such as
diffraction, are explained best by describing light as a wave. Many of the interactions between
electromagnetic radiation anchatter, such as absorption and emission, however, are better
described by treating light as a particle, or photon.

Electromagnetic radiation consists of oscillating electric and magnetic fields that propagate through
space along a linear path and witlc@nstant velocity flgure 1). In a vacuum, electromagnetic
radiation travels at the speed of lighitwhich is 2.99792 x fom/s.

Electromagnetic radiation moves through a medium other than a vacuum with a veloass

than that of the speed of ligim a vacuum.

Electric field
Magnetic field

Direction

m '
W\/ propagation

Figure 33 Plane-polarized electromagnetic radiation showing the electric field, the magnetic field, and the
direction of propagation.

Thewavelengthof an electromagnetic wave, is defined as the distance between successive maxima,
or successive minima (seBgure 34). The Ai' s the el ectric fieldods
ultraviolet and visible electromagnetic radiation the wavelength is usually expressed in nanometers

(nm, 10° m), and the wavelength for infrared radiation is givemiorons (mm, 16 m).[1]
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Figure 34: Electric field strength vs time.*

Electric field strength

When a sample absorbs electromagnetic radiation it go through a change in energy. The interaction
between the sample and the electromagnetic radigitwtdns)increase the energequired by the
sample. The energy of a photon, in joules, is related to its frequency, wavelength, or wavenumber
by the following equations:

0 @O
Where E is the energy, hwhété s Pl anckds constant, "#his,cts has
the light speed and v is the frequentie spectrophotometer scheme is shown infitee &:

otaling mirror Semitransparent

~ .
_~"(Beam chopper) mirror
J /

~
Light Seanning Sample Detector ——| Amplifier —— Display
source monochromator cuvet
Reference P
Mirror cuvet Mirror
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Figure 35 The spectrophotometer operating scheme. Adapted with permission from Varian Australia
Pty.Ltd.,Victoria, Australia. [1]

When light is absorbed by a sample, thradiance of the beam of light is decreased. The output
signal, by spectrophotometer, is given in absorbance. Absorbance is so important because it is
directly proportional to the concentratior), of the lightabsorling species (chromophore) in the

sample, by beerds | aw.
Beer 0A=dba w:

The concentration of the sampteg,is usually given in units of moles per liter (M). The pathlength,
b, is commonly expressed in centimeters. The quantity (epsilon) is tadletblar absorptivity(or
extinction coefficientand has the units Mcm™ to make the produdbc dimensionless. Molar

absorptivity is the characteristic of a substance that tells how much light is absorbed at a particular
wavelength2]

2.2 Spectrosopy based onemission

An analyte in an excited state possesses an eresgwhich is greater than that when it is in a

lower energy states;. When the analyte returns, or relaxes to a lower energy state (ground state)
the excess energygE,
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qE =E-E;

Relaxationoccurs through collisions betweét and other species in the sample, by photochemical
reactions, and by the emission of photons. In the first process, which is calletordira
deactivation, or nonradiative relaxation, the excess energy is released as heat. In either case the

excess energy the is released as a photon of electromagnetic radiation.
A* A A+hv

The release of a photon following thermal excitation is cadleussion, and that following the
absorption of a photon is called photoluminescence.

Photoluminescence is divided into two categories: fluorescence and phosphorescence. Absorption
of an ultraviolet or visible photon promotes a valence electron fromotsdrstate to an excited
state with conservation of the electronds spi
electronic ground state have opposite spfitgufe 36) and are said to be in a singlet spin state.
Absorbing a photon promotes onéthe electrons to asinglet excited stat€Emission of a photon

from a singlet excited state to a singlet ground state, or between any two energy levels with the

same spin, is calleftiorescence.

| |

| |
L T |
[ | |

Singlet Singlet Triplet
ground state excited state excited state

Figure36: Difference betwea singlet and triplet states

Fluorescence, therefore, decays rapidly after the excitation source is removed. In some cases an
electron in a singlet excited state is transformed topéet excited staten which its spin is no

longer paired with that afhe ground state. Emission between a triplet excited state and a singlet
ground state, or between any two energy levels that differ in their respective spin states, is called
phosphorescenc@ecause the average lifetime for phosphorescence ranges fféro 100 s,
phosphorescence may continue for some time after removing the excitation source. Molecular

fluorescence and, have been used for the direct or indirect quantitative analysis of analytes in a
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variety of matrices. A direct quantitative analyssif easi bl e when t hér anal
fluorescence is favorabl[8]

In general the quantum vyield is calculate respect to a standard molecules where is know the
physicatchemical properties (quantum vyield, refractive index, density etc). Theumayield, of

new matrix is calculateldy the following equations:

A SHL)*(A JA)R(NPN?)

Wh e r & the quantum yield, A is the absorbance at the excitation wavelength, n is the refractive

index of solvent; Is referencd4]

2.3 Surface areaand pore structure by gas adsorption (BET)

A relative great proportion of the atoms to of a fine powder are in or near the surface. If, in addition,
the powder particles have cracks, crevices or pores within their structure, the proportion of exposed
atomis still greater. This causes powders to exhibit distinctly different properties from the same
material in bulk from and to do so in a manner strongly dependent on the magnitude of their surface
area and the nature of their porosity. A fine powder is meaetive than the same material in bulk;

it shows enhanced solubility; it sinters at low temperature; it has more adsorptive capacity; and it
exhibits greater catalytic activity. Gas adsorption in solid surface and pore spaces is a complex
phenomena inveing mass and energy interaction and phase changes. The physical adsorption of
gases by solid increases with decreasing temperature and with increase pressure. The process is
exothermic, i.e., energy is released. The kinetics and thermodynamics of adshigpie been
extensively studied, but, when surface area and pore structure are the subjects of interest, the
investigate procedure is first to establish what is known as an adsorption (desorption) isotherm.
This, quite simply, is a measure of the molaamfity of gas n (or standard volume)¥aken up, or
released, at a constant temperature T by an initially clean solid surface as a function of a gas
pressure P. most frequently the test is conducted at a cryogenic temperature, usually that of a liquid
nitrogen (LN) at its boiling point (77.35 K at atmospheric pressure). Convention has establish that
the quantity of gasses adsorbed is expressed as its volume at standard condition of T and P (0°C and
760 torr and signified STP) while the pressure is exprkas a relative pressure which is the actual

gas pressure P divided by the vapor pressurefPhe adsorbing gas at the temperature which the

test is conducted. These data having been gathered at one temperature , constitute the adsorptior
(desorption)isotherm for the material in question. Plots of aé the ordinate against RB/& the

abscissa reveal much about the structure of the adsorbing material (called the adsorbent) simply
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from their shape. Adsorption isotherms generally follow one of theediawor. In this thesis we

focus about only one, that can be shown in the figure

Figure 37: Adsorption and desorption isotherms for a porous solid

The adsorption curve of figure 5 has the typical behavior of mesoporousnaaporous
materials, i.e., those that have pores with opening greater than 2 nm and 50 nm respective.
The Langmuir theory development more properly applies to chemisorption situations than to
physical adsorption ones because its first assumptiontigdkas form only one molecular layer on
solid. Collision on a gas molecules with a solid is taken to be inelastic, so that the gas molecule
remaining in contact with the solid for a time before returning to the gas phase. This time delay is
taken as respwible for the phenomena of adsorption. In this specific case the surface area of the

adsorbent (the area of 1 g of it) is then calculates from:
S=Vy a AN'IVO

Where G is the area of surface occupiedofby a
nitrogen), M the Avogadro constant (6,023 Xf@nolecules/moles), m the mass of the adsorbing
sample, and Ythe molar volume of the gas (22414 ¥mNhen nitrogen is the adsorptive, the

eguation, shown before, becomes:

s (nf/g) = 4,35Vm(cm at STPJm(g)

24TGA

Thermogravimetric analys@ thermal gravimetric analys{i§GA) is a method ofhermal

analysisn which changes in physical and chemical properties of materials are measured as a
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function of increasing temperature, or as a function raetiThermogravimetric Analysis (TGA)
measures the amount and rate of change in the weight of a material as a function of temperature or
time in a controlled atmosphere (inert atmosphere (nitrogen) or in reactive atmosphé)(
Measurements are usgdimarily to determine the composition of materials and to predict their
thermal stability at temperatures up to 1200°C. The technique can characterize materials that exhibit
weight loss or gain due to decomposition, oxidation, or dehydration. A TGA anghe a lot of
information, i.e., 1)Thermal Stability of Materials 2)Oxidative Stability of Materials

3) Composition of Multicomponent System®) Estimated Lifetime of a Product 5) Decomposition
Kinetics of Materials 6The Effect of Reactive or Costve Atmospheres on Materials 7) Moisture

and Volatiles Content of Materials. The mechanisms of weight change in TGA are in divided in two
different category:

1. Weight Loss :
T Decomposition: The breaking apart of chemical bonds.
i Evaporation: The lossf @olatiles with elevated temperature.
T Reduction: Interaction of sample to a reducing atmosphere (hydrogen, ammonia, etc.).

¢ Desorption
2. Weight Gain:
T Oxidation: Interaction of the sample with an oxidizing atmosphere.

T Absorption

The functional sceme of TGA analysis is shown in figus&:
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The balance operatesonarulal ance principle. At the zero,
light shine on two photodiodes. If the balance movetiad the null position an equal amount of

light shines on the two photodiodes. Current is then applied to the meter movement to return the
balance to the null position. The amount of current applied is propaltto the weight loss or

gain[5]
2.5DSC

Differential scanning calorimetgr DSCis athermoanalyticatechniqueto study what happens to
samples when they are heat&BC measures the amount of energy absorbed or released by a
sample when it is heated or cooled, providing quantitative arldajive data on endothermic (heat
absorption) and exothermic (heat evolution) processes. DSC is used to measure melting
temperature, heat of fusion, latent heat of melting, reaction energy and temperature, glass transition
temperature, crystalline phasearisition temperature and energy, precipitation energy and
temperature, denaturization temperatures, oxidation induction times, and specific heat or heat
capacity. Only noftorrosive samples can be analyzed in this very sensitive instrument. No organic
or other materials containing F, CI, Br, or | may be submitted for DSC analysis without our

knowledge. The operative schema of DSC is shown in fig@ire
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Figure 39: DSC schematic instrument

There are two pans. In one pan, the gianpan, there is the sample. The other one is the reference
pan. Each pan sits on top of a heafBnere are a lot of Pans but the principal are in Al, Cu, Au, Pt,
alumina, and graphite are available and need to be chosen to avoid reactions with #acaplés
choosing the atmospheres: nitrogen, air, oxygen, argon, vacuum, controlled mixed gases that it can
be change on the basis of the samples typolimgthe measurement chamber are placed two pans:
The sample pan, where the sample under invegsiigas located. The reference pan, which
normally is left empty. Each pan is positioned on the top of a heater. Via a computer interface, it is
possible select the rate of the heating of the two pans; usually it is set to ca. 10 °C/min. The
adsorption of hat will be different in the two pans due to the different composition in the pan. In
order to keep the temperature of the two pans constant during the experiment, the system needs to
provide more or less heat to one of the two pans. The output of the K&@neent is the
additional quantity of heat which is given to the pan in order to keep the temperature of the two
pans equal. In other words, the output of the DSC is a plot of the difference in heat output of the
two heaters vs. teperature (T). The heahpacity(Cp) of a system is the quantity of heat needed to
raise the temperature of the system of 1 °C. It is usually given in units of Joules/°C. It can be
derived introducing two parameters, namely the heat flow and heating rate. Whilst the hest flow i

the heat (q) supplied per unit time (t), the heating rate is variation of tempergt)ingef unit time

(t), namely:
MO . .. ...00anQi ®d®I Qi L. .
504 G M waa €No 5704 O Y Mwo Nadv®Q
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The ratio about heat flow and heating rate gave, the heat capacity Cp.

At the meltingtemperature (Tm) the compound are allowed to move around freely, thus they do not
possess an ordered arrangements. Upon melting the compound absorb heat, thus melting is an
endothermic transition. The melting is a first order transition since when ttiagrteimperature is
reached; the compound's temperature does not rise until all the crystals have completely melted. In

the figure40is shown the heat flow vs T for melting processes.

Tm

amparatnrs ——————=

Figure 40:DSC analysis for the melting pracesses

When the matrix fall into these crystalline arrangements, they give off heat to the system, thus the

process is exothermic. In fact the heat flow drops as one can note from the big dip in the plot of (g/t)

vs. T[6]:
hoat k=/_
flow :
i7e
temperature ———»
Figure 41:DSC analysis for the crystalline arrangements
2.6ICP

In principle, emission spectroscopy can be applied to both atoms and molecule. Atomic emission
occurs when a valence electron in a higheergy atomic orbital returns to a lowarergy atomic

orbital. An atomic emission spectrum, therefore, consists of a series of discrete lines at wavelengths
corresponding to the difference in energy between two atomic orbitals. The inténsityan

emission line is proportional to the number of atoNts,populating the excited state:
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| =k N*
wherek is a constant related to the efficiency of the transition. For a system in thermal equilibrium,
the population of the excited staserelated to the total concentration of atohdyy the Boltzmann
distribution. For many elements at temperatures of less than 5000 K the Boltzmann distribution for

thei-th excited state is approximated as:
N*=N 0 (gi/go)e-(Ei/kT)

whereg; andgp are satistical factors accounting for the number of equivalent energy levels for the
excited state and ground stéigis the energy of the excited state relative to that of the ground state
(Eo=0),ki s Bol tzmannos '%IK) adlaintheteriperat®eSirdKelil 0

Inductively coupled plasma mass spectrom@ty-MS) is a type ofnass spectrometsyhich is

capable of detectingretalsand severahon-metalsat concentrations as low as one part if? {fart

per quadrillion, ppq) on neimterfered lowbackground isotopes.

This is achieved bipnizingthe sample witlinductively coupled plasmand then using mass
spectrometeto separate and quantify those i¢rk.

A plasmaconsists of a hot, partially ionized gas, containing an abundantradosioen of cations

and electrons that make the plasma a conductor. The plasmas used in atomic emission are formed
by ionizing a flowing stream of argon, producing argon ions and electrons. The high temperatures
in a plasma result from resistive heatingttdevelops due to the movement of the electrons and
argon ions. Because plasmas operate at much higher temperatures than flames, they provide better
atomization and more highly populated excited states. Besides neutral atoms, the higher
temperatures of glasma also produce ions of the analyte. The ICP torch consists of three
concentric quartz tubes, surrounded at the top by a-feetjaency induction coil. The sample is

mixed with a stream of Ar using a spray chamber nebulizer similar to that useanfier éimission

and is carried to the plasma through the tol
induction coils creates a fluctuating magnetic field that induces the argon ions and electrons to
move in a circular path. Atomic emission spectogscis ideally suited for multielemental analysis
because all analytes in a sample are excited simultaneously. A scanning monochromator can be
programmed to move rapidly to an analyteods d
intensity beforemoi ng t o t he next an &2isyshowdan operativeesthermegt h
of ICP:
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2.7XRD

X-ray diffraction (XRD) is one of the most important rdestructive tools to analyse allnkis of
matter-ranging from fluids, to powders and crystals. From research to production and engineering,
XRD is an indispensible method for structural materials characterization and quality control which
makes use of the Debycherrer method. This teclyoie uses Xay (or neutron) diffraction on
powder or microcrystalline samples, where ideally every possible crystalline orientation is
represented equally. The resulting orientation averaging causes the three dimensional reciprocal
space that is studied gingle crystal diffraction to be projected onto a single dimen&dfraction

effects are observed when electromagnetic radiation impinges on periodic structures with
geometrical variations on the length scale of the wavelength of the radiation. €regoimic
distances in crystals and molecules amount toi 0.45h1m which correspond in the electromagnetic
spectrum with the wavelength ofrays having photon energies between 3 and 8 keV.

X-rays are generated in anrdy tube, in which a target materi@u, Fe, Mo, or Cr) is excited

using an electron beam, causing inner shell electrons to be ejected and replaced by electrons from
higher energy outer orbitals. This interaction producesys that are characteristic of the target
material, which are thefiltered and concentrated into a monochromatic incident beamrafyX

that is focused on the sample. Interactions between the incideyt beam and the sample produce
intense reflected X ays by constructive i nter fLearwe n(cne awh=e

sind). This law describes the general relationship between the wavelength of the incidsst X
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the incident angle of the beam, and the spacing between the crystal lattice planes of
atoms. Constructive interference occurs when the diffeesnin the travel path of the incident X

rays is equal to an integer multiple of the wavelength. When this occurs, a diffracagdb¥am

leaves the crystal at the same angle as the incident affjgl®iffracted Xrays are detected,
processed, and coudt@s the sample is scanned through a range ahgles. This method allows

for all possible diffraction directions (for-Kays of a fixed wavelength) produced through beam
interaction with a unique crystalline substance to be measured during analystse(défraction
pattern). Identification of the specific mineral phase is achieved by converting the diffraction peaks
to d-spacings and comparing thespgacings to those known from analysis of standard reference

materials[9,10] In figure 43 is shown aroperative scheme of XRD:

Detector
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1) /
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\ éneﬂyzing crystal o
~ P

-

Specimen

Figure43: XRD operative schenfi£0]

2.8EDS/EDX

EDS or energydispersive Xray spectroscopynakes use of the-xay spectrum emitted by a solid
sample bombarded with a focused beam of electrons #noatlocalized chemical analysis. All
elements from atomic number 4 (Be) to 92 (U) can be detected in principle, though not all
instruments arequiipped for 'light' elements (29). Qualitative analysis involves the identification

of the lines in the spéwm and is straightforward owing to the simplicity ofray spectra.
Quantitative analysis (determination of the concentrations of the elements present) entails
measuring line intensities for each element in the sample and for the same elements toralibra
Standards of known composition. By scanning the beam in a telelilstoraster and displaying

the intensity of a selected-pay line, element distribution images or 'maps' can be produced. In

addition, images produced by electrons collected froms#dmple reveal surface topography or
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mean atomic number differences according to the mode selected. The scanning electron microscope
(SEM), which is closely related to the electron probe, is designed primarily for producing electron
images, but can also bsed for element mapping, and even point analysis, if-eay)$pectrometer

is added. There is thus a considerable overlap in the functions of these instruBmengs
dispersive spectrometers (EDSs) employ pulse height analysis: a detector giving pougpst
proportional in height to the -Xay photon energy is used in conjunction with a pulse height
analyzer (in this case a multichannel type). A solid state detector is used because of its better energy
resolution. Incident Xay photons cause ionization the detector, producing an electrical charge,
which is amplified by a sensitive preamplifier located close to the detector. Both detector and
preamplifier are cooled with liquid nitrogen to minimize electronic ndidel?] In figure 44 is

shown an oerative scheme of EDX:
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Figure 44: EDX/EDS operative schemfL1]

2.9SEM

The scanning electron microscope (SEM) uses a focused beam edriggly electrons to
generate a variety of signals at the surface of solid specimdes.sifjnals that derive
from electronsample interactionseveal information about the sample including external
morphology (texture), chemical composition, and crystalline structure and orientation of
materials making up the sample. In most applicatioaty dre collected over a selected area of
the surface of the sample, and-dithensional image is generated that displays spatial variations
in these properties. Areas ranging from approximately 1 cm to 5 microns in width can be
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imaged in a scanning modsing conventional SEM techniques (magnification ranging from

20X to approximately 50,000X, spatial resolution of 50 to 100 nm).

The SEM is also capable of performing analyses of selected point locations on the sample; this
approach is especially useful iqualitatively or semguantitatively determining chemical
compositions (usingDS), crystalline structure, and crystal orientations (usi&BSD).
Accelerated electrons in an SEM carry significant amounts of kinetic energy, and this energy is
dissipated a® variety of signals produced bilectronsample interactionshen the incident
electrons are decelerated in the solid sample. These signals include secondary electrons (that
produce SEM images), backscattered electr8®E), diffracted and heat. Secomgaelectrons

and backscattered electrons are commonly used for imaging samples: secondary electrons are
most valuable for showing morphology and topography on samples and backscattered electrons
are most valuable for illustrating contrasts in composittomultiphase samples (i.e. for rapid

phase discriminationX-ray generatiofis produced by inelastic collisions of the incident
electrons with electrons in discrete orbitals (shells) of atoms in the sample. As the excited
electrons return to lower energtates, they yield Xays that are of a fixed wavelength (that is
related to the difference in energy levels of electrons in different shells for a given element).
Thus, characteristic Xays are produced for each element in a mineral that is "excitettieby
electron beam. SEM analysis is considered to be-tiestructive”; that is, xays generated by
electron interactions do not lead to volume loss of the sample, so it is possible to analyze the

same materials repeatedh3]

In figure 45 is shown an epative scheme of Scanning electron microscope
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Figure 45: Operative schemeof scanning electronmicroscopy
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2.10Particle size distribution

Particle size influences many properties of particulate materials and is a valuab&omaif

quality and performanc&he size and shape of powders influences flow and compaction properties.
Larger, more spherical particles will typically flow more easily than smaller or high aspect ratio
particles. Smaller particles dissolve more quickhd lead to higher suspension viscosities than
larger ones. Smaller droplet sizes and higher surface charge (zeta potential) will typically improve
suspension and engibn stability. Powder or droplets intherange€&§2 m aer osol i ze |
will penetrate into lungs deeper than larger sizes. The measure of the size can be conduct
considering the particle like a sphere. A spherical particle can be described ssige anumber

the diameter because every dimension is identical. In the case -sphencal particles can be
described using multiple length and width measures (horizontal and vertical projections are shown
here). These descriptions provide greater aagyrbut also greater complexity. Thus, many
techniques make the useful and convenient assumption that every particle is a sphere. The reported
value is typically an equivalent spherical diameter. This is essentially taking the physical measured
value (i.e scattered light, settling rate) and determining the size of the sphere that could produce the
data. Although this approach is simplistic and not perfectly accurate, the shapes of particles
generated by most industrial processes are such that the siphssicaption does not cause serious
problems. Problems can arise, however, if the individual particles have a very large aspect ratio,
such as fibers or needles. A light scattering device will average the various dimensions as the
particles flow randomlyhrough the light beam, producing a distribution of sizes from the smallest

to the largest dimensions.

The only techniques that can describe particle size using multiple values are microscopy or
automated image analysis. When reporting a particle sizédisdn the most common format used

even for image analysis systems is equivalent spherical diameter on the x axis and percent on the y
axis.

Another common approach to define the distribution width is to cite three values owatise the

D10, Dso, andDgg as shown irfigure 46. The DBy, the median, has been defined as the diameter
where half of the population lies below this value. Similarly, 90 percent of the distribution lies

below the 3y, and 10 percent of the population lies below the[4]
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Figure 46: Three x-axis values Qo Dsgand Dy [14]

2.11AFM:

The atomic force microscope (AFM) is one kind of scanning probe microscopes (SPM). SPMs are
designed to measure local properties, such as height, friction, tisagneith a probe. To acquire

an image, the SPM rastscans the probe over a small area of the sample, measuring the local
property simultaneously. AFMs operate by measuring force between a probe and the sample.
Normally, the probe is a sharp tip, whisha 36 um tall pyramid with 1810 nm end radiusfigure

47). Though the lateral resolution of AFM is low (~30nm) due to the convolution, the vertical

resolution can be up to 0,1nm.
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To acquire the image resolution, AFMs can generally measure the vertical and lateral deflections of
the cantilever by using the optical lever. The optical lever operates by reflecting a laser beam off the
cantilever. Tle reflected laser beam raids a posHsamsitive photaletector consisting of four
segment photaletector. The differences between the segments of joledéator of signals indicate

the position of the laser spot on the detector and thus the angulartidefieof the cantilever
(figure48).
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Figure 48 AFM that working with an optical lever
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Piezaceramics position the tip with high resolution. Piezoelectric ceramics are a class of materials
that expand or contract when in theesence of a voltage gradient. Pieeoamics make it possible

to create threelimensional positioning devices of arbitrarily high precision. In contact mode, AFMs
use feedback to regulate the force on the sample. The AFM not only measures the foece on th
sample but also regulates it, allowing acquisition of image®mtlow forces. The feedback loop
consists of the tube scanner that controls the height of the tip; the cantilever and optical lever, which
measures the local height of the sample; ancedbfack circuit that attempts to keep the cantilever

deflection constant by adjusting the voltage applied to the scHifjer.

2.12Fluorescence microscope:

Fluorescence microscopy is a special form of light microscopy. It uses the ability of fluorochromes
to emit light after being excited with light of a certain wavelength. A fluorescence microscope
(upright or inverted) is similar to an ordinary light microscope, except that the illumination is
provided by a laser as monochromatic light or a bright angegfal light source like a mercury

vapor or a xenon arc lamp. In addition, it contains an excitation filter and an emission filter. The
excitation filter transmits only light that is able to excite the specimen with its particular dye. The
light emitted bythe specimen has to pass through the emission filter before it reaches the detector.
The emission filter is only translucent for light with a distinct wavelength, like thedigiitted by

the specimen. Ifigure 49is shown the operative scheme of flusrence microscope.
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Figure 49: Light path through a fluorescence microscopg.6]
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Most fluorescence microscopes are-#yporescence microscopes. The illuminator and objective
lens are positioned on the same side of the speciménthe light does not pass through the
specimen. Besides the excitation and the emission filter, a dichroic mirror is needed for this kind of
fluorescence microscope. A dichroic mirror allows light of a certain wavelength to pass through,
while light of oher wavelengths is reflected. The filters and the dichroic mirror are often plugged in

together in a filter cubdi@ure 5Q.

/

Figure 50: Principle of a dichroic cubg16]

The excitation light passes through the excitation fdted is directed to the dichroic mirror. This
reflects the light through the objective towards the specimen. Fluorochromes in the specimen are
excited and emit photons. This emission light passes back through the objective to the dichroic
mirror. The emittd light has an appropriate wavelength and is able to pass. Excitation light that is
reflected by the specimen is not able to pass through the dichroic mirror and will be blocked. If
excitation light is able to pass through the dichroic mirror it will beckéd when it reaches the

emission filter. Light passing through the emission filter can be measured with a détélctor.
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Chapter Ill - ANALYTICAL METHODS FOR
DETERMIN ATION OF THE INTERACTION BETWEEN
PERYLENE DIIMIDES AND GRAPHITE SUBSTRATES

All the molecules used for the various assays (PDIgmghite) were purchased through Sigma
Aldrich and dissolved in chloroform until reaching a final concentration of 1.125°xMLOThe
dissolution was carried out using magnetic stirring and heating the whole mixture at a temperature
of 55 ° C for 1 hourAfter 1 hour of heating, the bottles containing the solutions were wrapped into
aluminum foil and placed in the dark in order to avoid possible interactions with light. The

characteristics of the used compounds are listed below

Table2: Physical chemical characteristics ofetmolecules employed

Reagents CAS Number Molecular Weight Melting point(°C)
(g/mol)
PDI-H 6707537-0 598.65 410415
PDI-F 21572657-1 634.63 368-370
PDI-CI 21572651-5 667.54 390392
Graphite Flakes 778242-5 12.01 36523697

For spectrophotometric and fluorimetric meauserments, all the solutions, with and without graphite,
were filtered using "CHROMAFIL® XTRA HPTFE45/25" filters, i.e. (id est) filters with a mesh
size of 25em. The use of these filteexcludes, in subsequent analyzes, the presence of graphite

particles larger than 26m.

3.1 Spectrophotometric assay

Any substance solicited by electromagnetic radiation, such as light radiation, absorbs in a variable
amount the energy that comes fragutilizing it for an increase in molecular energy, moving from

a "fundamental" energy state to an "excited" Stdhen light is absorbed by a sample, the
irradiance of the beam of light is decreased. The output signal, by spectrophotometer, is given in
absorbance. Absorbance is so important because it is directly proportional to the conceatraition,

the lightabsorbing species (chromophore) in the sampl&ebge r 6 s | aw.
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The solutions described above, were used to perform the assays using a speoateiphot
APer ki nEl mer 650 UV [/ VI Sigugplectrophotomero, a

Figure 51 Spectrophotometer model 6s used for the assays,
background

After the addition of graphite, alolutions were placed under constant stirring, at a speed of 400

RPM, for a total period of 23 days. Figli2 shows the solutions thus obtained

Figure 52 PDI + GF solutions, before stirring: a)PDI-H+ GF 3 mg ,b) PDFF+ GF 3 ng c) PDI-Cl+ GF 3 mg

Every 24 h the solutions were stopped and left to rest for 30 minutes to allow the deposition of

heavy particles of graphite. After passing these, 3 ml of the solution were taken, filtered and

inserted into a quartz cuvette.

The speabphotometer was set with the following parameters:

1 Measureange: 356600 nm
9 Scan speed: 266,75 nm

M Data interval: 1,00 nm
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T Slits: 2,00 nm

Prior to determining the absorbance values of the solutions containing the graphite, day after day, is
performed theblank (or zero) before each measurements employing ,in this case chloroform, and

scan in the measuring range.

This value will be used as a baseline, so with an absorbance value of 0; The counterpart has also
done a measure of the maximum absorbance pesdiis is done by inserting within the
instrument a completely black cell, thus all the PO intensity radiation is absorbed while the reflected
part is O because the black body absorbs all radiation of the visible. Once these 2 absorbance values
have beenset, sample analyzes are carried out. The spectra thus recorded provide the actual
absorbance of chloroform, as the signal derived from chloroform has already been removed during
background recording. At the end of the recording of the spectra, the soatehe cuvette are
reinserted inside the bottles containing the solution and subjected to another 24 hours of agitation to

proceed until day 23.
3.2Fluorescence assay

The fluorescence analysis were conducted with the same solutions employed in tifd B&34s
microscopy. All employees solution were diluted with a dilution ratio of 1:10, and then were taken
0.2 mL of solution per day x to which were further 1.8 mL of solvent. The analyzes were conducted
in a spectrophotometer AFPERKL rNo sEd dliglebBR md h eBa

oy

Figure 53: Scheme of spectrofluorometer APERKI N ELMER Lu
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The dilution ratio was decided to avoid the phenomenon of "blinding” the phototube, ie the
excessie arrival of photons at the phototube. The so prepared solutions were analyzed following
the following parameters:

Scan rate: 48000 nm
Excitation wavelength: 460 nm
Excitation slit: 10 nm

Emission slit : 10 nm

= =4 4 A -2

Scan speed: 240 nm/min

The first measuremeéms made using only chloroform, in order to assess the zero emission of the
solvent.Once the solvent was characterized, all the solutions containing the graphite were analyzed
either with a quantity of 3 mg or with a quantity of graphite equal to 5 nigsclutions were
characterized by the above conditions for a total of 23 days. At the end of the analysis all the
solutions have been deleted since they showed too low a concentration to be able to be inserted in

the original solution.

3.3 BET surface aea measure

Surface area measurements were carried out using the BET theory (BianauettTeller),
which aims to explain the physical adsorption of the gas molecules on a solid surface and then to
determine the specific surface area of the samples.affdigsis were carried out using an analyzer

AASAP (accelerated surface area and pHdrosi met
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Figure 54: Scheme of AASAP 2020 micromeriticsc¢

Surface area measurements were carried owaarples of graphite flakes which had a different
agitation time (0, 2, 4, 6, 8, 10, 12, 15, 18, 21, 24 days). These tihmmgdeen chosen to observe
what happens to graphite at the end of kinetics, which occurs after 23 days. Graphite flakes are
insertal into the solvent (chloroformpand aagitation at a speed of 400 RPM for the predetermined
time is applied At the end of the present timethe mixture was stopped and the solvent was

removed using a rotagor.

The resulting powders were transferredhe older ones (ampoules shown in Figure 4). To define

the exact surface area value, the older ones were weighed before the addition and immediately after
the addition from which it then goes back to the surface area value based on the inserted mass.
Detemined mass of the older sample is transferred to the degas unit, which performs a sample

pretreatment. (In the left part of the imag®)e procedure used in the degas process is as follows:
1) Heating phase :

1 Temperature ramp rate: 10°C/min
1 Hold temperture: 300 °C
1 Hold time: 60 °C
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2) Evacuation phase:

Temperature ramp rate: 10°C/min
Target temperature: 60°C/min
Evacuation rate: 6,7 mbar/s

Vacuum sepoint: 13 pbar

= =2 4 4 -

Evacuation time: 10 min

Upon completion of the sample degas process, the older dogtdive samples are weighed to
determine the mass variation that occurred during pretreatment. Generally, the variation in mass is
due to the presence of moisture on the surface of the sample. Obtained the actual mass of the
sample, the older are transtirinto the measuring cell (right part of Figure 4), for surface area
determination. During the analysis phase, different nitrogen pressures are applied to the sample, as
required by the ISO standard that provides for these analyzes, furthermore, ttataddhat the

older is contained within a liquid nitrogentaining cryostat at a temperature-296 °C. The

nitrogen pressures used are: 0.05; 0.1125; 0.1750; 0.2375; 0°8 H€h pressure value provides

a surface area value, and then the aut@masitrument performs an average of these 5 values to

obtain the final surface area value.
3.4 Granulometer measure

The patrticle size measurements were carried out as complementary to the analysis of surface area
measures, as with the BET surface areabtined by the value, while with the granulometric

measurements comes the size of the particles present in the compound to be analyzed. The analyze:
were conducted using a MASaturn Di gi Si zer 1

mi ¢ r o mag shawn in figire®
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Figure55: Scheme of MASaturn Digi Sizer 1|1, high definitio

For the analyzes carried out on the granulator, the same powders used for surface area
measuremestwere used. For the determination of the lateral dimension of the particles, which then
is obtained the particle size of the sample, a small aliquot of sample (a few tens of mg) were

collected and placed inside a small bottles contaifingy mL of isopopyl alcohol.

The solvent in this case is chosen according to the ISO norms specified in the determination of the
powder granulometry. The suspensions thus obtained were used for the determination of the lateral

dimension.
The operating conditions used fgranulometric measurements are as follows:

Flow enter rate: 9,0 L/min

Obscuration: min10% max:25%

Circulate before data collection: 30s

Datacollection: start at beam angl@® , stop at beam angle: 25°
Number of test: 2

Sample material: graphite Bsity: 2,1 g/cm

= =/ =4 4 A - -

Analysis liquid: isopropanol: viscosity1,799 cP density: 0,777 g/émefractive index:
1,376

The solution so prepared are inserted into the measuring cell of the instrument (top right of figure
5), slowly reaching a beam obscurativalue of up to about 10%hg light intensity adsorbed by

the material is measured as obscurationiaditates the amount of sample added to the dispersant
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liquid). Once this value is reached, the analysis starts where a laser starting at an angle of 0°,
reaching an angle of 25°, hits the sample. The light scattering phenomenon that derives from the
interaction of the particle with the beam gives an average particle size value to that exact angle
value. After scanning all 25 °, the tool automatically ptdegi a dimension distribution graph, which

then returns to the percentileid Dsy, Dgo. Tests are played backvo times to test the

reproducibility of the system.
3.5TGA/DSC and ICP ANALYSIS

The thermo gravimetric analyzes were conducted to determinéeth@vior of molecules and
graphite molecule interactions with the increase of graphdtethis purpose, thermal analyzes have
been studied both in an oxidizing environment and in an inert environment. For TGA / DSC
analyzes both pure molecules and thkitsmns of the molecules containing graphite were also
analyzed. For samples of the sun molecules, an aliquot of the solid commercial product has been

characterized directly using the instrumentation showigire 56:

Figure 56: Scheme of TGA (on the left) and DSC instrument (on the right)

TGA and DSC analyzes were conducted using the TGA: "TGA Q600 TA Instruments"; While for
DSC: "DSC Q2000 TA Instruments". For the case of the molecules as well a quantity of between 10
and 20mg of compound was collected and inserted into the cell sample holder, where it was

previously inserted a heating rate, both in air and in nitrogen subsequently, equal to 15 °C / min.
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During the heating phase, the gases produced by the decompositica rabligcules were also

channeled into an infrared analyzer for the determination of the species that formed during the

analysis. For this purpose, the infrared used iSC#Ry 600 Agilent" as shown imglure57:

Figure 57:0Onthe | eft Al R cary 600 Agilento, on the rig

Once determined the mass variations and temperature profiles of the pure compounds, it is passed to
the analysis graphite samples. To the solution containing the molecules was added a @fuantity
graphite equal to 3 mg /mHAll solutions were maintained under constant stirring atRBM for a

period of 23 days to compare quantitative data obtained by I$vmnicroscopy with those obtained

by thermal analysis. At the end of the agitation peribd,samples were filtered, on filter paper,

and then transferred into vials for subsequent thermal determination. It was decided to use filtration
with filter paper and not by rotating but to overcome the problem of taggeegation phenomenon

due to lak of solvent. The ICP analysis was performed to verify the presence of metals and
possible contaminants within the graphite commercial sample. For this purpose, before the
measurement of the quantity of metals present inside were conducted of the calitwates of

the main metals such as: Mn, Mg, Fe, Ti, Zn, B, Pb, Th employing concentrations of these equal to
25, 50, 100, 250, 500, 1000 PPM. Once the calibration line of these metals has been obtained, the
sample is prepared as follows: the graphiten@a is taken (0,1279 g) and inserted into a
microwave reactor together with 5 ml of nitric acid conc. And 2 mL of water, the whole mixture is
enclosed within thenicrowave(MW) reactor where it remains for 1 h at 220 ° C. After this period

of time the sample is dilatl with water in a ratio of 100 to obtain a mixture havingpart per
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million (PPM) in concentrations equal to5763 10° (g/g) or 75763 PPM. The thus prepared
mixture was analyzed by ICP (inducted couple plasma) "OPTIMA 7000 DV optical emission

spectrgcopy Perkinelméras shown inigure58:
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Figure 58: I CP AOPTI MA 7000 DV optical emi ssion spec

3.6 SEM and EDX measures

SEM measurements were performed to determine the morphology of the samples in the presence
and absencef graphite. For this purpose the samples within the molecules, or both( molecules and
graphite) were placed under constant stirring (400 RPM) for a variable duration (5 and 15 days
respectively). At the end of the agitation period the solutions were ,taffem waiting for 30

minutes for the precipitation of the larger particles, and by drop casting technique were deposited on

a silicon oxide wafer.

The substrate cleaning is performed by using an ultrasonic bath according to the following

procedure:

1 15 mnutes inside a bath containing isopropyl alcohol

1 15 minutes inside a bath containing acetone

Between the first and the second wash the sample is dried with nitrogen to remove the possible

contaminants remaining on the surface of the sample.
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The thus obtaed samples were used for the determination both morphological and atomic
respectively using the SEM and the EDX analyzer (GEMINI ZEISS LEO 1530 microscope
equipped with a Schottky emittdigure 59.

Figure59: A GEMI NI EDELS5S0LMmMi croscope equipped with a

SEM images and XRD atomic analyzes were conducted using a beam power of 5 keV and a zoom
from 1000 to 10000X.

3.7 AFM

The atomic force microscopy measurements were performed with a Digital InstrunkdhtAara
NT-MDT), using cantilevers in semicontact mo¢Bruker RTESP tips, material: -10 \Wom
phosphorus (R)doped Si, § = 271309 kHz, k = 2080 N/m; ). Raw AFM data were treated by

usinghistogramflatteningprocedures. In figure10 is shown instrumemployed:
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Figure 60: Digital Instruments AFM "Aura NT -MDT"

All samples used for AFM characterization were deposited by-chiep technique on a SiOx
(Si/Si0G,) wafer and allowed to dry at room temperature prior to characterizatiOr.specimens
prior to deposition were washed with the same methodology used for sample preparation for SEM

analysis.

3.8 Fluorescence microscopy

Fluorescence microscopy measurements were conducted to determine what happens to
chromophore when it interacts tvigraphite or not. For the determination of the variation of the
fluorescence of the samples containing the graphite and the molecules, agitated for a variable period
of time, have been deposited on a transparent support so as to allow the passabgk diglatsi
coming from the bottom or from the epifluorescence lamp where the light comes to the sample with
an angle of 90 °. The transparent support used for the deposition of the solutions is the optical glass,
previously washed with the same methods dsethe cleaning of silicon wafers. The solution used

to determine the fluorescence variation of the moles was agitated for a different time period of 5, 15
and 23 days to observe how the suspension varies with time. For the observatioh,of @Bese
solutions were taken and deposited on a glass support by drop casinthus prepared samples

were inserted into the port of the microscope slides, and then the images are being recorded both
using the visible light, coming from an incandescent lampgeeitrom a light coming from a lamp

in which mercury vapor It provides a light in the ultraviolet spectrum. Samples were displayed
using different zoom of the target port (10X to 40X) as well as the eyepieces (5X). Intmrder
determine the interaction eten the epifluorescence light source and the sample, filters were used
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to select specific wavelengthgsigure 61 shows the instrumentation used for fluorescence

microscopy.

Figure 61: Fluorescence microscopy set

As seen from té previous figure, the image recording device (Nikon digital sightJRBon the

left side of the screen is located, the optical microscope (Nikon eclipse 80 i) in the middle and on
the right is the presence Of the epifluorescence lamp (super high miarcyrypower supply). The

filters used were placed between the slide door and the eyepiece of the microscope. In the case of
fluorescence microscopy, a monochromatic filter has been used to select only a narrow range of

wavelengths, shown ifigure 62.

Figure62 A Vi ol et o filter

The filter used, called "wide blue", allows to select a range of excitation wavelengths (coming from
a mercury vapor lamp) of 455 + 35 nm, which means that the excitation filter passes all the lengths

d Then included in the 42@90nm range. Once "filtered" the light, this is collimated on the sample
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through a dichroic mirror. The sample hit by the light emits in turn and this light is collimated in a
high pass filter that "cuts" all wavelengths below 515 tins filter is fired to collect more light to

red. A second type of filter was also used, called "violet" used to collect a larger amount of
radiation towards the blue, which has the following characterisiigss 385425nmaxyoiect = 455,

ie with this filter cut all the frequencies those are cut a wavelength below 455 nm

In figure 63 shows the diagrams of the instrumentation used:

detector detector
| PAMA AcTo ‘ " | pasia Acte T
ocufar emission filter o borrier fv/fer ocular emission filter ¢ borrier fille
/ BA: 455nm B : SAShm
owERS ASA TUTTe oWeRo PASSA TITT?
— VR £ — P
passA ,S—/.‘JJa PpISA BasSO
ichroic mirror = ichroic mirror
M 440mm S| - g
. £ hin
?V\/éﬂc A Turee light SOUICe  yeoy ppscp Toree light source
SN A 440 am AW? A Soonm
excitation filter excitation filter

EX: 405+ 20nm EX: 455+ 3Shm
objective oWERS €cro DA IS A 42Smm objective weto €ccito pA 420 A 4904m

specimen

specimen

Figure 63: Scheme of filter used for fluorescene microscopy

3.9XRD measure

X-ray analyzes were conducted to verify the crystallinity of molecules, and molecules when
interacting with graphite. The XRD measurements were performed on the 3 powders of pure
molecules and later on of the molecules with graphite powdersThe powders that have been

employed for the XRD analysis are the same that have been employed for the thermal
characterization or even PDI + GF agitated for 5 and 15 days, respectively, and then filtered on

filler paper to prevent raggregation. XRD analyzes were characterized using the following

parameters:

T Start angle: 3 (2d)

T End angle: 35 (2d)

T Step size: 0,0501 (2d)
1 Time x step: 50 s

1 Slits:%°
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Figure s hows t he schema of the instrument wused i

Figure 64: XRD AX port PRO, PANanalytical 06 sche

From the figure64 it was seen in the left part of the radiogenic part where they<beam is
collimated and passed through the slots where it is then collimated on the sample, islarséree

right side instead of the instrument detector. The radiogenic part is provided with a motor that
allows movement of this according to the previously fixed anglE®rze characterized the pure
samples free from graphite, it was decided to carry out the tests in temperatures only forGthe PDI
which presents a particular behavior in TGA. FigBbeshows a diagram of the instrument where

the temperature tester warseérted:

Figure65: XRD Sampl e hol derdéds for temperature me
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Chapter IV i RESULTS

The purpose of this work is to study the interaction of small aromatic compounds (perylene diimide
such as PDH, PDIF, and PDICI) with a graphitic substrate. By using a rather simplified
description of the exfoliation process, small aromatic molecules, like these, are often described as
aromatic surfactants. It is wekhown that the hydrophobic nature of graphitic materials coupled
with the relatively stable intedayer adhesion of graphite make it difficult to directly exfoliate
graphene in water. Tee compounds are msidered asimo |l ecul ar wedgeso w
aromatic part i nt er act i nsgt awiktthdnnggatrecdymthaegadepart hr o
favouring sheet stabilization in solvents and hinderingaggregatiorjl] The efficiency of
amphiphilic perylenes to interact with graphene has been attributed to their aromatic nature and to
their electron donating/withdrawngn c har act er due to the differe
with respect to grapher2] The final efficiency of graphite exfoliation with small aromatic dyes
depends not only on the thermodynamics of exfoliation, but also on the presence of lopal ene
minima, which will influence kinetics. Other factories that influence the kinetics are the interaction
between solventolecule, graphenmolecule and graphersolvent. and on the solvémholecule,
graphenémolecule and graphehsolvent competitive imractions. The affinity of the dyes towards
graphitic substrates and their efficiency in exfoliating and suspending graphene were studied using
optical absorption and other technid@g.The extraordinary optical and chemical properties of
these moleculesuch as their welllefined absorption and emission in the visible specttungable
absorption, emission, make them interesting materials to be combined with graphene. Shown

below the molecules tested for this scope

O O F F
A3 QA mw
02028, 0898

Cl 2 2
3881
g 0ea¥e ™

Figure 66: Different compounds of perylene diimide family (PDtH, PDI-CI, and PDI-F, respectively)
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4.1 Spectrophotometeranalysis

The absorption spectroscopy was used because it shows that the fragmentation yield, when it put,
on the solution, a little amount ofaphite powder, leaves to decrease in absorbance, because the
dyeds interact with graphite and consequent]ly
step were obtained UVI S spectra, without graphite,ofi n o
these molecules, and only in the second step it be add the graphite powder \{frakk)an be
studied the dyebds capturing phenomena. The in
observed by spectrophotometric techniques, which deterthaabsorption spectrum in the visible

range (356600nm).The studied it be focused of the interactions in different types of solvents in
which the compounds are dissolved, in order to demonstrate that changing the solvent leads to a
shift of the absorpdn peaks and the absorbance valu#es.is well known in literature the best
solvents that solubilize these molecules are halogenated solvents or solvents having an aromatic
nucleus and therefore, thanks to their greater interaction, they can solulslizeosapounds more
efficiently.The solutions were prepared at same starting concentration of 0,1 mg/ml in different
solvents (CHCI3 and THF)The concentration of 0.1 mgL was employed and used by
measurements carried out previously in the same laboradtote. the molecular weightsf the
molecules employed (seahie 3) and the value of the final concentration, below are reported the

calculation for each sample.

Table 3: Physical chemical characteristics of the molecules employed

Molecules CANumber MolecularWeight(g/mol)

PDHH 67075370 598.65

PDiF 21572657-1 634.63

PDICI 215726515 667.54
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The real weight (mg) of each sample, dissolved into different solvenisstatebelow (able4):

Table 4: Amount of substance weighed for each compound in two different solvent

PDiH PDiF PDiCI
THF 4.84 mg 4.94 mg 5.15 mg
CHG 5.12mg 5.16 mg 5.12 mg

Once obtained the solution for eacBIPthe spectrophotometric measurements were perform in
order to determine the number of peaks and the relative wavelengths of the maximum. Before
making spectrophotometric measurements of real samples we need to make an auto calibration of
the instrumenusing the blank solvent (without the addition of PDI): a cuvette containing only the
solvent without the analyte, was inserted on spectrophotometer, then thdSUSpectra was
recorded. Once obtained the blank spectra, this may be used as base lineatghiahll be
automatically subtracted from measurements of real sample, to obtain the true/real absorbance of

the single analyte Shown below are the spectradliy/.
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Figure 67: UV/VIS absorption spectraof PDI-H in both solvent

96



28— '
2,6

——CHal,
2,4

2,2
2,0
1,8
16
14
12
1,0
0,8
0,6
0,4
0,2
0,0

Absorbance

400 500 600
Wavelenght (nm)

Figure 68: UV/VIS absorption spectra of PDIF in both solvent
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Figure 69: UV/VIS absorption spectra of PDFCI in both solvent

Figures 6/69s hown t he absorption spectrads of the t
The main difference of these spectra consist in the changing of the absorbance value when these
compounds solubilize in different solventhis indicates tat although the molecules with different
substituents, the resulting spectra are super imposable, indicating that the contribution of the
substituent is not comparable respect to the central pyrenic chromophergictures show a

higher solubility in chbroform, and this leads to greater absorbance value, because the amount of
the molecules dissolved in chloroform is higkemce the excessively high absorbance values
(beerdés |l aw is not respected by absowbthemce v
solutions that have an absorbance value in the range in which this law is valid }(Ol0® next

steps will be to dilute the mother solution three times and repeat the experimé&isldgectra. It

was initially decided to dilute the solution Wi 1:3 ratio. These solutions were prepared by taking

five mL of mother solutions of each sample and diluting with further 10 mL of solvent, in which
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these samples are previously dissolved. After obtaining these new six solution, it was performed the

spectrophotometric tests, in the same range were used in previous sampl€9(8bd). They have

been made in three measurements, for each samples, in order to demonstrate the reproducibility of

the measurementsShown below are the overlapping absorption speof various samples,

dissolved in different solvent.
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Figure 71 Uv/ VI S absorption spectrads of each PDI di |

Since as noted, in the graphs, the solubility of théemudes is greater in chloroform compared in

THF, since the absorbance values are higher. For this reason, it was decided, to dissolve the

molecules only in CHCI3. From the previous tests, was found out that we are close to saturation of

the molecules in BCls, although the dilution had been reduced by 1/3 the absorbance value before

and after the dilution was similar, for this reason it was decided to work with a lower concentration

of molecules in solution, to avoid problems caused by solid precipitdios problem was due to

the concentration value superior to the solubility limit, so the starting mother solution was diluted

with a 1/5 ratio, in order to have a molarity (M = nM.{V. 3 V)) equal to 5 mM. Obtained these

new solutions, in the two solventpreviously selected, spectrophotometric assays were again

perfor med.
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Figure 72 UV-V1 S Spectrabdés with 1/5 dilution ration

As can be seen by further increasing by dilution, from 1/3 to 1/5, the variation in absorbance is not
change a lot. For this reason, tlwdusions were further diluted to reach a concentratiofh, 25 *

10° M. This value was obtained by subjecting the solution to progressive dilutions until solid
solubilization has taken place. Due to the lower solubility of these compounds in THF, it was
decided to use the only chlorinated solvent for all subsequent tests. For this reason the 3 solutions

were prepared again, using the weights reported following:
PDI-H = 1.125* 10° (mol/L)*0.4 (L)*598.65(g/mol)=2.69 mg
PDI-F = 1.125* 10 (mol/L)*0.4 (L)*634.64(g/mol)=2.85 mg
PDI-CI = 1.125* 10°(mol/L)*0.4 (L)*667.54(g/mol)=3.00 mg

From these 3 new mothers solutions we were obtained the new spectra, as shown below:
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Figure 73: UV/VIS absorption spectra d the new mother solution of PD{H
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Figure 74: UV/VIS absorption spectra of the new mother solution of PDIF
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Figure 75:UV/VIS absorption spectra of the rew mother solution of PDICI

In this case, other tests were not carried out for reproducibility because in the previous tests it was
observed that this property is respected. In order to verify the validity of Beer's law, for the three
molecules, were recded different absorption spectra at different dilution ratios, respectively: 1/2,

1/3,1/4, 1/5, 1/10, 1/15. Below shows the graphs obtaiiga€¢ 76-78).
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Figure 76: UV-VIS spectra's of PDFH with diff erent dilution ratio
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Figure 78 UV-VIS spectra's of PDICI with different dilution ra tio
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The calibration line§9-81 are shown below. Once registered the spectra at various concentrations,

we proceeded to the validity of Beer's law occurs, considering the peak absorbance value at 527 nm

and plotting this value to the value of the conceiana
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Figure 79: Linear fit of PDI -H at different concentration
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Figure 80: Linear fit of PDI -F at different concentration
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Figure 81: Linear fit of PDI -Cl at different concentration
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Once verified the validity of Beer's law (Agb*c , where A is the absorbance, b is the pathlength
(cm) and c is the concentration (mol/L)), it be proceeded to the cabcutdithe value of the molar
extinction coefficient (). The absorbance value it has been used considered a specific wavelength
of maximum at 527 nm. The following tabkalfle5) shows the average values obtained:

Table 5: Molar attenuation coefficient's of PDI

Molecules Average of molar
attenuationcoefficient(e)
(L/mol cm)
PDI-H 58783.49
PDI-F 79489.52
PDI-CI 74774.25

Once the validity of Beer's law, he began to study the interaction that exists between the dye
molecdes with carbon materials. This process is called Dye's capturing. A natural approach to
exfoliate graphene is to use surfactants based ongrapbenes (NGs), i.e., small polyaromatic
hydrocarbons such as pyrenes, perylenes, coronenes, tetracenefieséc.cdnjugated moieties
exhibit a polyaromatic structure similar yet smaller, to that of graphene, and aasssatible on its
surface forming ordered layers, at least in titigh vacuum conditions. While the efficiency of
pyrene derivatives in exfolimg graphene is well known, the exact details of pygr@hene
interactions, and more Generally of MfEaphene interactions, are still unclear. The efficiency of
amphiphilic pyrenes to interact with graphene Has Been Attributed to Their aromatic araduce

Their electron donating / withdrawing character two to the difference in the dyes' electronegativity
with respect to grapherj@d] The effect of the dye's capturing was monitored every 24 hours by
recording a spectrum of absorbance, and observindetiease in absorbance. The decrease is due
to the interaction of dye molecules (PDI) with graphite flakes. This interaction leads to a decrease in

the number of free molecules in solution and consequently a decrease in absorbance.
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DYE CAPTURE ON GRAPHITE
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Figure 82 Dyebds capture mechanism

The tests were conducted only in chloroform, given the greater solubility of the dye's. In any
kinetics are studied three different solutions: one containing only the molecule, another consists of
the stock solutiorand the graphite flakes, and finally the last are placed only ©Mi@l graphite

flakes. The first solution, containing only the PDI, is designed to evaluate a possible change in
absorbance of the original solution. The solution that containing onlyotbion and graphite

flakes is studied: 1) to observe a possible variation of the signal due to the fragmentation of the
flakes, as a result of stirring 2) the absorbance value which is obtained serves of the background
signal which will be removed from treggnal of the solution that containing graphite and the dye, in
order to obtain only the signal arising from the anal$tering was applied to avoid artefacts due

to diffusion limits; samples were stirred for different days to ensure efficient adsorpi the
absence of sonication, the exfoliation does not take place, although the molecules having a higher
affinity for graphite may initiate their adsorption process on the surface of the graphite powder.
Therefore, the graphite powder acts as a toapgHe molecules in solution, thereby capturing the
dyes from the solution. The amount of t his |
observing the decrease in optical absorption intensity upon exposure time. As expected, stirring
without graphieé does not change the original absorption spectrum of the dyes; conversely, in the
presence of graphite spontaneous adsorption from solution to the graphitic surface is observed. The
fraction of molecules adsorbed on graphite has been calculated by nmgnttee change in the
maximum absorption peak for each molecule (at 527 nm).The dye capture phenomenon was
analysed by studying the kinetics of absorption of the molecules tested in function of time. The
study is conduct by adding a predetermined amourgraphite flakes, equal to 3 mg/mL, on a
different mother solution (PEH, PDFF, and PDICI).
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Figure83 3D struct ur e o fDI-H PDI&sPDI-Gl feom fefeto rightyy e | 'y P

Since these structures are able to determine, theoretically, the size of the molecules employed, in

table 6 are reported the values obtained:

Table 6: Theoretically distance in perylene dinmide

Molecules Distance between Distance between-X

heteroatoms (°A)
pyrene core (°A)

PDI-H 6.538 H-H =14.790
PDI-F 6.538 F-F = 15.468
PDI-CI 6.538 CI-Cl =19.547

The reason for which it was decided to use an initial amount of graphite ofiSdung to the fact

that it assumes a graphite surface area dfpand to have a graphite concentration of 3mg / mL,
from calculations which follow, it can be seen that the amount of graphite used is sufficient to
interact all PDI molecules with graphit€alculations are given, considering a total volume of 30
ml of mother solution in which 90 mg of graphite flakes (GF) are added:
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As can be seen from the previous calculations, the amount of graphite inserted is sufficient for

practically all the molecules totath, by interaction -", to graphite. The three solutions so
obtained, are placed under stirridgy24 h. The stirring of the solution is stopped 30 minutes before
analysis, to allow the graphite particles suspended to settle to the bottom of the THudtisalyses
were performed every 24 h in the same range as previously use@80@50n). Shown below are

t he spect r adtlwee maecuwes kisus tinogy(ire 84-86):
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Figure 84: Adsorption kinetic of PDI-H + GF
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Figure 85: Adsorption kinetic of PDI-F
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Figure 86: Adsorption kinetic of PDI-CI

An important factor to note is the irregularitiefstioe baseline; such a deviation of zero is due to the
presence of suspended particles within the solutions. These particles cause light scattering, precisely
due to the interaction of electromagnetic radiation with the particle, this scattering is mhoneran

intense with the passing of time, in fact the magnetic stirring breaks the graphite flakes making
them smaller and hardly to remove, and this cause a great light scattering phenomena . In order to
avoid the presence of light scattering it was detideremove these suspended particles, employing

two separation techniques: filtration and centrifugation. The filtration was conducted using filters of
PTFE (polytetrafluoroethylene) with a pore diameter equal toe@45The centrifugation was
conducted ¥ employing the PTFE tube in which is inserted the solution and placed inside the
centrifuge with the follaving parameters: rotation spe@®000 rpm rotation time:15 minutes. The

temperature was set at 3 °C, to limit the evaporation of the solvent. r&mowed the graphite
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particles, the clear solution was analyzed, and the absorption spectra was record. Show below the

absorption spectra of PEII solutions thus obtained
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Figure 87: Kinetic of PDI-Cl + GF after filtration step
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Figure 88: Kinetic of PDI-CI + GF after centrifuge step

Since as can be noted by the separation methods, the base line, that are obtained, are always
approximately equal to re, index that does not have more the light scattering phenomena.
Both method gave a good results, but for different reason (principally time) it be choose the
filtration separation, because gave bHast performance in less time. For this reason, allesjulent

tests will be filtered to avoid the presence of suspended particles, and then the light scattering
phenomenon.

Solved the problem to due by light scattering it be focused on the control of temperature and stirring

speed of the solution, as they hareountered problems of reproducibility of the different kinetics.
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The following is a comparison of two consecutive kinetics. In fi@®ere reported the absorbance

value at 527 nm (maximum) respect time:
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Figure 89: comparison between two PDICI kinetics

Since as can be noted between the first kinetic and the next there is a considerable difference in
terms of absorbance changes as a function of time, for this reasas decided to maintain the
solution always at the same temperature (21 + 1 °C), to order to avoid possible variations of the
adsorption speed due to temperature. Along with the temperature, adjustment was done by using
two identical magnetic plates, sowalways have the same parameters and the same performance.
Set these two parameters, we have been conducted of new kinetics in order to demonstrate an
increase of the reproducibility of the measurements. The following are the kinetics of adsorption of
the PDI-CI solution in the presence of graphite flakes (3 mg /mL)
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Figure 90: Comparison between two PDICI kinetics after fixed temperature and speed
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Verified the reproducibility of the measurements wereiedrout the kinetics of adsorption even
for the other perylene dimmide (PBl, PFIF), maintaining the amount of graphite #eskfixed at
3mg/mL (figure 9193).
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Figure 91: kinetic of PDI-H + GF 3 mg/mL
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Figure 92 kinetic of PDI-F + GF 3 mg/mL

From the graphs shown above is found as the kinetics of th& RDs$orption is faster compared to
those of the PDH and PDICI. To make it clearer that the dease in quantities of free molecules

in solution and then the absorbance was plotted the maximum absorption (527 nm) vs. time.
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Figure93 Compari son of PDI&s kinetics

From the figure it is observed asthpeed of adsorption of perylene diimide that contain chlorine

or hydrogen are very similar. Determine the speed of the kinetics carried out with 3 mg of graphite,
it is proceeded to perturb the system by adding an upper quantity of graphite flakety &qual /

mL, and subsequently recording the absorption spectra. It was decided to increase the concentration
of graphite, since from the previous kinetics it has been found that despite the achievement of the
predetermined 23 days, there are still fr&d Rolecules in solution, and therefore the amount has
been increased to 5 mg / ml. By inserting a quantity of graphite, the area available to the molecules
increases from 2.21 rffmolecule to 2.98 nfAimolecule, assuming always a surface area of/g.m

All solutions were tested in the same conditions used previousIy6(BHIM).

10 —pavo T

05| B2 -

on| 23 :

— DAY 7

i '
8 0.6 pavig ]
8 os[ N ]
@ o4l N ]
-2 03| Davig ]

0,2

0,1

0,0

200 500 T 600
Wavelength (nm)

Figure 94: Kinetic of PDI-H + GF 5 mg/mL
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Figure 96: Kinetic of PDI-Cl + GF 5 mg/mL

As can be seen, the kinetics conducted with a larger amount of graphite have an adsorption speed
of the dye on the surface considerably higher respeckinetics with 3 mg, because already after

the first three days of stirring, the 50% of free molecules in the solution disappeared. In figure 32
are reported the absorbance value, at specific wavelength (527 nm), respect time. In addition, in this
case he PD}IF adsorption speed on the graphite surface is higher than that of the other two
molecules.
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Figure97. compari son about PDI&6s kinetics with
To determine the different absorption speedveen the kinetic conducted with the addition of 3
mg of GF and those with 5 mg of GF, they were plotted the maximum values (527 nm) versus time

(days). For simplicity the comparison was only performed for theRRDI
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Figure 98 Comparison about PD}F kinetics with different amount of GF

114



4.2 Fluorescence analysis

The interaction between fluorescent emitters and graphene is associate locaindipctied
electromagnetic fields that are strongly emted due to the unique properties of graphene:
graphene is an extraordinary energy sink with great potential for prospective application i photo
detection, nanghotonic and photovoltaic devi¢8] It has evaluated the need to carry out the
measurement usgy spectrofluorimetric techniques in order to understand that interaction occurs
between the chromophore (perylene diimide) and the carbon materials, specifically with
commercial graphite flakes. Given its high sensitivity, this technique allows monitdtteanore
efficiency possible phenomena of adsorption of molecules on the graphite surface. The solutions
used are the same that have been used to perform the studies of kinetics in spectrophotometric
techniques. The solutions used have been previoligyefil, in order to avoid the phenomenon of

light scattering, and subsequently diluted by applying a dilution ratio of 1/10, In this way the
absorbance values are less than one, thus avoiding the phenomenamdfsien that would lead

to a false measur@he spectra of the solutions, thus obtained, were excited at a wavelength of 460
nm, and the photons emitted from the excited state of the chromophore, were collected from 480 nm
up to 700 nm. The kinetics were conducted by recording the fluorescerutea spfethe different
solutions every 24 hours. Were tested four different solution: three solutions that having the
different perylene diimide witlgraphite (3 mghL) and the fourth containing only the graphite
flakes dispersed in chloroform. The intdgvalue, of fourth solution is used as base line and later
removed, from the spectra of the chromophore, in order to determine the emission intensity of these

compounds. Shown bel ow, are the overlapping
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500 550 600 650 700
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Figure 99: Fl uorescence spectrabés of PDI

Even in this case is observed as the-PRind the PDLCI have emission values slightly higher than

that of the PDh as also found with the previous methodology. ©itovas established that the
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fluorescence value obtained, does not cause a "blindness" of the photo tube due to excessive
exposure to photons of this, it proceeded to analysis of the different solutions. In order to have a
comparison with the spectrophatetric techniques, employing previously, the kinetics have been
studied up to 23 days after the placing of the graphite and the start of agitation. The following are

the kinetics of adsorption studied by fluorimetric techniques
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Figure 100 Fluorescence assays of PEH
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Figure 101 Fluorescence assay of PBF
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Figure 102 Fluorescence assays of PBTI

Also in this case the speed of decrease of the intensity of fluorescence were compared, whereas the

emission maximum (535 nm) as a function of time (figL0O®).
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Figure 103Comparison about kinetics conducs with 3 mg of graphite flakes

In this case it can be note how at the beginning the three kinetic shown a very similar decrease,
however, already after 5 days of stirring, it is observed a slightly higher decrease in fluorescent
intensity for the PDF. It may also be observed that after 23 days is still presents the residual
fluorescence index that not all PDI molecules are adsorbed on the graphite surface. The next step
was determine the speed of adsorption of these molecules, varying the quantiphaé greesent.

In this case in the solutions were added 5 mg/ml of GF, the operating parameters were held
constant, then the order to be able to compare the kinetics conducted with different amounts of

adsorbent. Even in the kinetic containing 5 mgof GFrwe r ecorded dai ly f ou
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(three going to molecules and one belonging only to chloroform and in which the flakes were
included). On day zero, all four tested solutions with those obtained previously, as regards the
solution free from thenalyte (perylene diimide) there was a constant value of the signal around
zero. By Kkinetic registered, it can see how going from day zero to day one it has a fluorescence
decay approximately 50%, which comes to about 70% after 10 days, and then becasheghal

to 0 in the last few days. The following are the kinetics of three different molecules.
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Figure 104 Fluorescence assay of PBH with 5 mg/mL
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Figure 105 Fluorescence assay of PBF with 5 mg/mL
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Figure 106 Fluorescence assay of PBCI with 5 mg/mL
Also in this case the PEH adsorption speed on the graphite surface is greater than the other 2

molecules, which have very similar trend. In figl@7 were reported the fluorescence intensity at

maximum value (535 nm) versus time
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Figure 107: Correlation about the kinetics speed of three molecules

Even in the case of fluorimetric measurements, it is noted that the adsorption speed of-fhe PDI
molecules is higher than that found in the other molecules.

It shown below (figurel08), the comparison of the speed of the fDadsorption 3 and 5 mg of
GF, considered a specific wavelength (535 nm) respect time:
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Figure 108 Correspondence about PDIF with different amount of GF ( black dots 3 mg and red dots 5 mg)

It can be see, the previously graph thdtew the amount of graphite was increase the speed of
adsorption clearly increase, in fact after the day 0 where the absorbance value is identical in both
solution, after 24 h it can be seen how in the solution with 3 mg of graphite the decrease is around
40 %, meanwhile in the solution with 5 mg of GF the decrease is around 60%. Furthermore, it can
be seen that in the solution containing a lower amount of graphite at the end of the kinetics there are
less of 6 % of free molecules, whereas this value fallsbbut 2% with the solution containing 5

mg of graphite flakes.

In the case of a chemical reaction, the interaction between the fluorophore and the photon is
determined according to the parameter of the quantum \ieldeneral the quantum vyield is
calculate respect to a standard molecules where is know the phkgisézalcal properties (quantum

yield , refractive index, density etc.) The quantum yield, of new matrix is caldates following

equations:

A SH)NA A ()

Wh e r @ the quantum yield, A is the absorbance at the excitation wavelength, n is the refractive
index of solvent; and r is the referencéhe reference used as a standard molecule, for
guantification of theguantum yield was coumarin 153, which has been solubilized in ethanol. The
solutions analyzed by spectrofluorometer (PDI and coumarin) must submit an absorbance value less
than 0,050,1, in order to avoid the phenomenon of "reabsorption of fluorescendeh wiould

lead to an incorrect value of quantum yield.
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Figure 109 Correlation between the reference molecule (Cumarine) with PBF

The resulting solutions were excited at the wavelength of 470 nmbegah to collect photon

decay from the excited to the fundamental state at 490 nm. From the obtained fluorescence spectra,
the value of the integer (area under the curve) is obtained, which will then be used to determine the
value of the quantum yield, kmm by all other parameters (refractive index, absorbance, integral

value).The following are the values of the quantum yields obtained and compared with the values of

thee (molar extinction coefficient) obtained previously.

Table 7: Relationship betweenea nd A .

Molecules Molar attenuation | Quantum yield %
coefficient @) (emitted
(|_/m0|*cm) photon/adsorbed
photon)
PDiH 58783,49 64,27
PDiF 79489,52 63,62
PDICI 74774,25 64,45

Since as can be observed, in theecaf the quantum yields the values obtained are more or less

similar and this indicates that the lateral substitution slightly changes the properties of these

molecules
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4.3 Surface area analysis

A relative great proportion of the atoms to of a fine gemare in or near the surface. If, in addition,

the powder patrticles have cracks, crevices or pores within their structure, the proportion of exposed
atom is still greater. This causes powders to exhibit distinctly different properties from the same

materal in bulk from and to do so in a manner strongly dependent on the magnitude of their surface

area and the nature of their porosity.

For this reason it was chosen to determine the surface area of the graphite sample commercial
(Sigma Aldrich) to determinaf such material undergoes dimensional changes as a result of the
treatment to which it is subjected. The surface area measurements were carried out by comparing
the variation of the surface area, of the solutions obtained by combining graphite antbamhlor
respect to the stirring time. To determine the variation of surface area it is decided to determine this
property in different solution treat from zero, two, four, six , eight, ten, twelve, to fifteen, eighteen,
twenty-one and twentjour days of castant stirring. At the end of predetermined days, the samples
are stopped, and the solvent removed by filtratidre quantity that is inserted within the older is
determined based on an estimate of the surface area, as materials having low surfacgissea r
higher amounts of materials, vice versa for those containing high surface area. In the case of a
graphite commercial sample, which is expected to have a low surface area, the quantity that has
been inserted within these ampoules is about 2 g. mmeasurements the result is reproduced as a
surface area per gram of inserted material, in fact the sample is weighed immediately before
pretreatment and immediately after. Obtained the powders they are inserted inside the older,
undergoing a prreatmen at 300 °C, under high vacuum condition (13 pbar) for 3 hours as
required by ISO 9277: 2010. The difference in weight that is obtained before pretreatment and after
is due to the loss of materials on the surface such as humidity or volatile organic ndmgtat

during pretreatment are removéterformed the pretreatment of the sample and weight it, the older
are positioned in the measuring unit, where the interaction takes place between the powder (in this
case graphite flakes) with the gas (nitroger} tire going to adsorb on the solid surface. The whole
system is inserted into a chamber containing liquid nitrogen as provided in the ISO norms
mentioned above. Result, that is obtained, derive from an average of the weight changes that are
obtained whenthe sample is blown with nitrogen at different pressures (0,05; 0,1125; 0,175;
0,2375; 0,3 PM. The value obtained is then the BET surface area. Since the graphite used, a
commercial product, it was decided to perform for each time a series of diffeeasures( six
samples for each different stirring time), in such a way also as to determine the variability of the

substrate. All samples with stirring time, different from zero, were treated in the same method also

122



describe before. Shown below are therage values of BET surface area (expressedig)rof the

samples tested

Table 8: BET area values with different stirring days

Stirring time (days] BET average valu
(m?/g)
0 1,7+0,2
2 2,2+0,1
4 3,0+0,05
6 3,6+0,1
8 44 +0,2
10 55+0,1
12 6,3+0,1
15 7,2+0,1
18 8,6+0,1
21 9,8+0,1
24 11,0£0,2

As carbe dosend the prolongedagitation leads to the fragmentation of graphite flakes, with a consequent
increase in surface area of the graghiln figure 44 it was Iptting the area valuesobtained respecttime.

It can be observed that there is a linear increase over time, indicating that increasing the stirringttimes
always get a more uniform material without harshness.
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Figure 110 Best linear fit between BET area and time

The increase of surface area, this may also be seen as an increase of the space available to the PDI
molecules to interact through” *bonds with graphiteKnowing the absorbance value obtained by
UV-VIS spectrum as a function of time, it is possible to determine the concentration of the solution

in that specific day, the known value of Avogadro's number is cleared later to determine the
remaining number of free molgles in solution. Known also the surface area value (assuming a
linear behavior up to 23 days), it is possible to determine the space that each of PDI molecule has

available on the graphite surface.

Determined the space available for each molecule ofdDthe graphite surface, it expands the
determination even for the kinetics that were conducted with 5 mg of GF. The results demonstrate
that increasing the quantity of graphite, also the quantity of surface area for each molecule

increases, since as cha seen ifigure111:
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Figure 111 Comparison between area for each molecules of PDF with 3(red dots) and 5 mg of graphite flakes
(black dots)

From the figure is also encountered another importatrfacamely in the early days the values of
available space for the molecules and about the same in both the kinetics, but already after 5 days of
stirring it has been observe a rapid increase of the available space in the kinetic conducted with 5

mg of gphite.
4.4 Granulometric measures

The size of the particles greatly influence the properties of the material, for this reason, should
usually match in addition to the determination of the surface area of the powder under examination
also a size of the pxles contained in it, so as to also establish the main properties such as the
reactivity.

The determination of the size of the patrticles is conducted by introducing within the granulometer a
suspension of the test material in an appropriate solventelecdse under examination we were
tested the same "solutions" used previously for the measures of surface area. The ISO standards
concerning the measures of the size of the particles (EN ISQI&)30volving the use of various
solvents to suspend thewder (mainly isopropanol, ethanol, water, toluene). For our case of the
graphite material (few mg) are suspended in 20 mL of IPA (isopropyl alcoheprpanol) until
obtaining a homogeneous suspension. The granulomeegsureof the size of the parties

consists in the determination of the variation of the angle of diffraction which is obtained when a
laser hits the particles. For a simpler treatment of calculations, graphite particles are considered to
be spheres, al t h o u gpheritabLargerpartelestseattel light at smmall aamgles n 6 t
relative to the laser beam and small particles scatter light at large angles, as illustrated below. The

angular scattering intensity data is then analyzed to calculate the size of the particlesbiesfoon
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creating the scattering pattern. The particle size is reported as a volume equivalent sphere diameter
From the measurements of different samples, it goes back to a population distribution of particle
size.In figures (112-114) are reported theopulation distributions of the equivalent diameters of

the particles recorded for the days two, eight, fifteen:
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Figure 112 Population distributions of the equivalent diameters of the particles for the sample stirring for two
days
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Figure 113 Population distributions of the equivalent diameters of the particles for the sample stirring for 8
days
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Figure 114 Population distributions of the equivalent diameters of the particledor the sample stirring for 15
days

Since as can be observed from figures 3 above, is known as increasing the stirring period you have
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a left shift of the particles, or a decrease of the equivalent diameter of the spheres. hlfgree

shown the effetive diameter versus time.
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Figure 115 Comparison between effective diameter and time

In the previous figure it is shown that increasing the agitation days the effective diameter of the
particles decreses, in fact, from day zero to day fifteen it can be seen how the effective diameter
changes from an average value of é® to about 1.2%m. No further tests have been carried out
after 15 days of agitation, but already as confirmed in the case of BEdidmeter value will tend

to decrease as the stirring time is increased. The BET distribution of the diameters provides other
important information including the 19 Dso, Dgo. These three values are mainly used in the
industrial environment, as they ghvan idea of the average value of the particle size, which is
especially important in the case of catalysts, in which the smaller particle size gave the best
efficiency of the catalyst. Thespvalue is the median, has been defined above as the diameter
where half of the population lies below this value. Similarly, 90 percent of the distribution lies

below the 3y, and 10 percent of the population lies below thg D
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Figure 116 Three x-axis values D10, D50 and D90

The determintion of these three values are obtained considering the percentiles at 10, 50 and 90

and determining the value that is obtained through the following graph:
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Figure 117: Determination of D values

Figure117shown a graph in whircthe y axis is reported the number of percentiles, while-dpas<

shows the diameter of the particles.

The arrows shown in the graph indicate where the three values above are derived, let's consider the
D5 to take the straight line starting from thergantile at 50 and tracing a parallel straight to find

the particle diameter distribution curve in this. Therefore, it can get the percentage of population, 50
%, which has a diameter below this value.

Applying the same principle for all the samples anadlyand plotting the values obtained respect

time (figure 118), it is observed as the values obtained for thgrBmain almost unchanged, as
opposed to those of thegPwhere passing from day two to fifteen days is It has a remarkable

decrease (from abo&00 to about 150 pm):
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Figure 118 Different D values respect time

4 5TGA/DSC|ICP and IR analysis

The thermo gravimetric analysis has been conducted, since the graphite being a commercial sample,
it wants to determine the purity of this, and possibly determine any contaminants that may interfere
with the fluorescence and spectrophotometry analysis.

In the case of thermo gravimetric analysis of the graphite flakes samples were added inside of
sample holdeand transfer on TGA instrument, and the analysis was conducted with a temperature
gradient of 15 °C per minut&dhe TGA analyzes were performed either in an inert atmosphegyre (N
which in a reactive atmosphere (in the air), in order to determine possbheal degradation in the
presence or absence of oxyg&he temperature ramp was set to 15 °C per minute so as to test all
the possible variations in mass.

The following were the thermograms recorded in the absence and presence of oxygen, respectively
(figure 119120
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Sample: Graphite Flakes
Size: 214330 mg DSC-TGA
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Figure 119 Thermogram of graphite flakes recorded in nitrogen with temperature ramp of 15°C/min
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Figure 120. Thermogram of graphite flakes recorded in air with temperature ramp of 15°C/nin

Since as seen in figurEl9 (thermogram recorded in nitrogen), it was observed as increasing the
temperature up to 150 °C there was a slight weight loss (0.28%) due to the removal of the water
present within the matrix . Continuing the heating up t@01%C is observed another loss in mass is
equal to 0.59 % due to the removal of VOC (volatile organic compounds). Finally maintaining the
sample at the temperature of 1000 °C for another 30 minutes is observed a significant decrease in
terms of mass, du® tthermal decomposition of the graphite mainly in CO. When the process is
observed a residue of unburned (ash) equal to 10.31%.

From the thermogram conducted in air (figur20), it is observed as the thermo degradation
(combustion) of the graphite, sigigiéintly begins earlier than that in nitrogen, in fact up to a
temperature of 600 °C is observed only a slight variation in the mass (0.38 %). At a temperature of
860 °C it is observed the maximum decrease of mass of the sample, which arrives to 9.685é%, i.e

unburned ash content.
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In the case of the sample containing only the graphite the DSC combined with the DTA was not
made, since the graphite has no variation of the enthalpy content in the measuring range used. From
the ash unburned it was decidedntake a ICP analysis so as to determine the quantity of metals
present in the commercial graphite.

For this purpose, the residue was dissolved in nitric acid, suitably diluted and inserted into the
intake chamber of the ICP.

The ICP analysis results are shoin tablel0:

Table 9: Amount of each metal inside graphite flake

Sample Metal Quantity (PPM)
Fe 12091,59
Mg 349,348
Ti 185,049
Graphite flakes Mn 125,654
Zn 50,063
Ba 28,575
Pb 7,655
Th 0,937

From the results obtained it is observed as the primary "contaminant” present inside the graphite
matrix is iron, followed immediately by magnesium.

Once the graphite thermograms were determined, both in nitrogen and in air, the thermal properties
of the moleales were determined. These were recorded to determine fundamental physical
properties such as melting, decomposition temperature, etc.

Thermogravimetric analyzes were conducted both in inert atmosphere and in oxidizing atmosphere
in order to evaluate theariation of thermograms under different operating conditions. Fifiie

shows the thermograms of the PBrecorded respectively in air (high) and in nitrogen (low)
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Sample: PDI-H File: TGA PDI-H aria.001
Size:p 14.2590 mg DSC-TGA Operator: ste
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Figure 121: TGA/DSC analysis for PDIH recorded in air (top), and nitrogen (bottom)

From the thermograms shown ifiilgure 121 it can be noticed that changing the reaction
environment also the mass variations are considerably different, because in the thermogram
recorded in the air, the degradation of the moleatidrts at about 410 °C while in nitrogen about

415 °C, it is also noted that at the temperature of about 520 °C the mass decrease in the sample in

the air is about 25% then it becomes 100% when the temperature is over 650 °C. However, this
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situation doesiot occur in an inert atmosphere where at about 520 ° C we have a 50% mass
variation which then becomes 75% at a temperature higher than 650 °C.

From the DSC signal (in blue) a fairly similar pattern is observed, observed at the temperatures of
410 and 4% °C (in air and nitrogen respectively) of the peaks with a negative heat flow index of an
endothermigrocess due to the fusion of the molecule. All subsequent peaks have a positive heat
flow, indicative of an exothermic process due to degradative faotwsrring in the molecule.

Figurel22shows the TGA / DSC for the registered Hbinolecule in air and nitrogen

File: TGA PDI-F aria.001

Sample: PDIF
Size: 9.6530 mg DSC-TGA Operator: ste
Method: PDI Run Date: 07-Mar-2017 09:27
Instrument: SDT Q600 V20.9 Build 20
25
100 4
20
80
15
C]
— g
£ 60 =S
™ 10
5 g
o =
= g
I
40 i
-5
20 368.83°C Fo
0 T T T T T T T T - - T T T T T 5
0 200 400 600 800
Exo Up Temperature (°C)

133



Sample: PDI-F File: TGA PDI-F azoto.001
Size: 8.1500 mg DSC-TGA Operator: ste
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Figure 122 TGA/DSC analysis for PDIF recorded in air (top), and nitrogen (bottom)

In the case of PDBI it can be observe that the molecular fusion temperature is very similar both in
nitrogen and air (36370 °C). In the thermogram recorded in the air it is observed that the first
significant variation of mass (about 25%) is observed at a temperature of d@Bot€ 3further
increasing the temperature to aboutH00 °C the complete combustion of the molecule in As the
residual mass percentage is equal to 0. In the thermogram recorded in nitrogen, a trend similar to
that seen in the case of RBIis observed hat is, the first significant mass variation is observed at

a temperature of 370 °C and terminates at a temperature of about 520 °C, in this step the mass
variation is about 55%. A further increase in temperature up te&6860°C leads to another mass
variation of about 20%. By increasing the temperature again, no significant mass variations are
observed. As in the case of PB) in this case also DSC signals derive from the molecule's fusion
(peak at 369/370 °C respectively) and its degradation (T> GJO °

In figure 123 shows thermograms recorded in reactive and inert atmosphere respectively:
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Sample: PDI-CI File: TGA PDI-CI aria.001

Size: 17.6790 mg DSC-TGA Operator: ste
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Figure 123 TGA/DSC analysis for PDI-Cl recorded in air (top), and nitrogen (bottom)

In the case of TGA recorded in both nitrogen andit is noted that the first significant mass
variation starts at eemperature of about 400/41Q until it ends at a temperature of about 510/520

°C where mass variatioris around22%. In the case of the thermogram recorded in the air, an
increase intemperature further leads to the total degradation of the molecule; In the case of the
nitrogenrecorded thermogram, an increase in temperature causes another mass changep to 55

to stabilize for even higher temperatures. In the case of DSCs redordeth nitrogen and air we
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observe completely different behaviors or in the case of the differential scanning calorimetry
recorded in nitrogen there are 3 endothermic peaks due probably to a variation of the crystalline
phase of the molecule, which tearganize requires some energy . Determined the thermal profiles
of graphite free molecules, the thermal profiles of the mixtures containing the molecules and
graphite (3 mg / mL) were studied. The following are the comparison of thermogravimetric of the

molecules, the molecules + 3 mg / mL of graphite and the graphite flakes (flQ4&26).
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Figure 124 Comparison between PDiH, PDI-H+ GF and graphite flakes
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Figure 125 Comparison between PDiF, PDI-F+ GF and graphite flakes
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Figure 126 Comparison between PDICI, PDI-Cl+ GF and graphite flakes

137



From the previous figures it can be observed that thesesigyht difference between the red and

black curves, this slight difference is due to the pinning adsorbed molecules (<1% with respect to
the total mass)

From previously performed thermogravimetric analyzes it can be seen that, in the case of
thermograns recorded in the air, the molecular decomposition temperature reached the complete
degradation of the solid. This phenomenon is less pronounced in the case of thermograms recorded
in nitrogen where two steps are observed that lead to a stabilizatibie dhal mass. For this
purpose, infrared microscopy analysis was performed to determine the possible decomposition
products of the PBF molecule. For this purpose, an aliquot of the pure molecule was subjected to
a thermal analysis in the same rangerasipusly used. The only change made in the system has
been to convey the gas, due to decomposition, in an IR spectrometer. Analysis of the gases
produced is obtained a mixture of products which later can be discriminated by exploiting the
signals, derive from different functional groups, present in the IR spectrum. The IR analysis was
performed by conveying the gases obtained at the temperature of d@sttonpf the PDIF at 485

°C. Figure 127 shows the IR spectrum of the gases containing the prodfcthermal
decomposition.

44 vring C-C % vring C-C
* ~ 8 N-H
= QveF
24 T v=C-O-C (Ar-O-R)
(2]
=
< :
-] %8
8 op 3 "
i g O< S o
2> 3 & 3 g
o s & 8 Q 3
< & B = of
$8s B |
g7 |KE * o
j\/\J\,l\_I\‘ L .
/L
x I LT £ 4 Y I ¥ I L I > I 4 I
3000 1600 1400 1200 1000 800
-1
Wavenumber / cm
Figure 127 IR spectra of possible decomposition products Wher e * i ndicated the ring
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Figure 128shows IR spectra obtained for possible decomposition products compared to the IR
spectra reported iliterature:
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Figure 128 IR spectrum of the product combined with the possible molecules presenting similar IR spectra
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From the above figures it can be observed as in the range betwee5B870m1 there is the
presence of carbonyl grougss C = O) , al so it I's observed t
leads to a shift of frequencies to more values downs. In the decomposition products it is still has the
presence of a strongly aromatic structure as demonstrated by the presence of bahas k38,

838 and 818 cih In particular, the latter can be attributed to the vibration of theubstituted
benzene. From the spectrum also is observed that a possible decomposition product has a functional
group consisting of an aryl ether, whasisygested by the bands present at 1160, 1040dcm® to

the ArO-R vibrations. The presence of F can be neither confirmed nor refuted, asFtterii

gives rise to a very intense band (intensity of this signal increases with the increase of the number of
fluorine present within the molecule) at around 1240 chut where there is also the presence of

very intensearomaticbo and sC (wi bCr ati on ri ng, UO-ONHArHO®R).di ng Vv

4.6 SEM & EDS analysis

SEM (scanning electron microsco@palyzes were conducted to identify morphological changes in
graphite after agitation.
SEM characterization was also used to determine how molecules are placed on the surface of
graphite flakes. For the determination of morphological variation / interactithe molecules, four
different solutions were analyzed:

1 Graphite flakes stirring 15 days

91 PDI-F stirring 5 days

1 PDI-F stirring 15 days

1 PDIF
All the solutions were deposited, using diagst technique, on an silicon oxide wafer, and then
analyzed.
Before laying solutions in silicon oxide wafer (300nm), all silicon wafer was washed according to

the following procedure:

1 15 minutes in an ultrasonic bath within a beaker containing IPA (isopropyl alcohol)

1 15 minutes in an ultrasonic bath within a beakert@ming acetone

Between the first wash and the next the samples were dried with nitrogen to remove any
contamination particles still present on the surface. After washing the silicon wafers, the samples

were deposited (10@L) by dropcasting technique, as it was easily applied and reproducible.
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During the determination of sample morphology, EDS spectra were also determined, that was, the
determination of the components (elements) present in the sample. Below is a chkacacteri

graphite bundle deposited on a Siafer:
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Figure 129 SEM image of graphite flake

Since as can be seen from the figure, the flake has a quite irregular structure formed by the presence
of more jagged floors. Continuougitation leads to the fragmentation of these irregularities with a
consequent increase in the surface area, as previously confirmed by both BET and granulometric
measures.

Once the characteristic structure of the graphite flakes has been observededrhabserved how

the morphology varies when the molecules are placed on the graphite surface.

From figure 130 it was shown sample within PBA + GF stirring 5 days, it can be observed that
there is more homogeneous and less jagged material, and thetiohsr#ttat have arisen between

the molecules (PDI) and graphite
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Figure 130 PDI-F+ GF sample (SX), (DX) zooming of the selected area

Fromfigure 130it appears obvious that there is still no uniform coverage of the PDI cuifaee,

in fact, the parts having a darker (and therefore conductive) coloring represent the areas where there
is only graphite, but there are also clearer areas, Where deposition of PDI molecules has a fairly
orderly structure.

Once the variation of theorphology due to both agitation and interaction with the molecules was
observed, other samples were analyzed by SEM and EDS measurements.

In figure131, the different morphologies are shown:
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